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ASSESSMENT OF THE FIRE PERFORMANCE OF SCHOOL BUS INTERIOR COMPONENTS

EXECUTIVE SUMMARY
INTRODUCTION

Nonmetallic interior materials, including seat assemblies, of all motor
vehicles sold in the United States must meet Federal Motor Vehicle Safety
Standard FMVSS No. 302. Since its iInception in 1968, this standard has been
applied to school buses as well as cars, trucks, and general purpose buses and
passenger vehicles. Recently, the National Highway Transportation Safety
Administration (NHTSA) began a review of the appropriateness of the test
method defined in FMVSS ¥No.302 as it specifically applies to school buses.
Questions have been raised regarding the level of fire protection provided
school bus occupants by the current version of this standard. If this level of
fire protection proves inadequate, what suitable changes can be made to FMVSS
No.302 to improve school bus occupant fire safety?

FMVSS do.302 uses a rectangular burn chamber in which a test specimen is
mounted, with its exposed surface facing down, in a horizontal orientation. A
small diffusion burner flame (flame height of 38 am) is applied from below to
one end of the exposed surface of a test specimen. The time of flame spread
between two marked points on the specimen holder is used to calculate the flame
spread rate. The maximum allowed flame spread rate of four inches per minute
applies to all motor vehicle interior components exposed to the passenger
compartment. This regulation has been applied to the interior components of
school buses.

In January, 1989, NHTSA asked the Center for Fire Research (¢Fr) of the
National Institute of Standards and Technology (NIST) to investigate the
possibility of replacing the existing test method in FMVSS No. 302 with another
test method or procedure that would improve the fire safety of school bus
occupants beyond that currently provided by the existing test method.

A review of the interior finish of school buses has shown that, while there are
several combustible components (=.g., rubber floor mats, electrical wiring,
headliners, etc.) in a school bus interior, seat assemblies represent the
single largest type of combustible fuel. CFrR, therefore, developed a testing
program that would provide data on the fire performance characteristics of seat
assemblies used in school buses. The fire performance characteristics of seat
assemblies were evaluated In small-scale (i.=., laboratory-scale) test methods
as well as large-scale tescs(i.e., open burning of fully assembled seats) and
full-scale tests (i.e., seat assemblies placed In a simulated bus enclosure).
Test results were used to assess material fire performance as it would impact
on occupant tenability conditions inside of a simulated bus enclosure. Using
the results of these studies, this report presents a procedure that could be
used as a replacement for the existing test method defined in FMVSS to.302.

The new test method combines a test protocol with a data analysis protocol to
assess material performance in terms of occupant tenability.



IEST PLAN

Six school bus seat assemblies were purchased from a commercial manufacturer
using currently available seating materials - cover fabrics and foam cushions.
One seat assembly represented a typical seat assembly now found on existing
school buses. The seating materials were shown to comply with FMVSS No.302.
No attempt was made to design seat assemblies that would conform to other
mandatory requirements, such as impact protection.

Small-scale tests (Cone Calorimeter and LIFT Apparatus) were used to evaluate
each assembly"s fire characteristics for:

e ignitability,

e Tlame spread,

e rate of heat release,

e yields of specific gaseous products, and

e smoke generation.
Also, a quick test version of the NBS Toxicity Protocol based on an N-Gas
estimate of the LC, was used to measure the toxic potency of individual
components found in each seat-assembly.

Large-scale tests were performed on fully assembled seats using the furniture
calorimeter to determine the fire characteristics of each seat assembly when
exposed to 50 kW and 100 kW ignition sources. Data was obtained on each seat
assembly showing the:

e rate of heat release,

e mass loss rate, and

e yields of specific gaseous products (CO, CO,, HCN, HCL)

Full-scale tests were performed on each seat assembly in a simulated school bus
enclosure measuring 2.44 m wide by 2.13 m high by 8.23 m long. Three seat
assemblies were placed in the rear corner of the enclosure. The seat
assemblies were position on a load platform in a manner similar to that found
in a real school bus. The seat assembly located in the comer was exposed to a
100 kW natural gas fire from a box burner having a surface area of 0.05 m?.
Measurements were made of the:

e rate of heat release,

e mass loss rate,

e specific gas species (CO, 0,, O,, HCN, HCL) concentrations and

yields, and
e upper and lower layer compartment temperatures.

Computer simulations of the impact of varying the ignition source strength were
also conducted in order to separate material performance from ignition source
performance, two possible causes of the development of untenable conditions.

RESULTS

The computer simulations of the impact of the ignition source on the
development of untenable conditions in the simulated bus enclosure demonstrated
that an ignition source of about 500 kW could produce conditions in the
enclosure that would lead to incapacitation of bus occupants. Ignition
sources greater than 1000 kW could develop lethal conditions in an enclosure of
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the size used in this study. The simulations also showed that temperature,

possibly irradiance, and not smoke toxicity represent the most immediates
threats to life safety.

Full-scale tests showed that the peak rate of heat release of the standard seat
assembly, F, /C,, was an order of magnitude higher than the heat release rate of
the other five seat assemblies. Seat to seat flame spread was observed with
seat assembly F, /c,. As measured by tenability calculations, this seat
assembly was the only one of the six tested that produced an atmosghere that
represented a significant toxicoligical threat to bus occupants. eat
assemblies F,/C, and F,/C, also produced untenable conditions in the test _
enclosure. ﬁowever, only a thermal limit was exceeded. These seat assemblies
produced incapacitating and lethal conditions in the enclosure within 120 s to

170 s. The remaining three seat assemblies produced no untenable conditions
when exposed to the ignition burner.

Large-scale testing produced similar results. However, the difference between
seat assembly F,/¢, and the other seat assemblies was not as great. AIS0. the
50 k¥ and 100 kW box burner tests showed little difference between the .
remaining five seat assemblies, while the 50 k¥ line burner showed that seat

assembly F,/C, peak heat release rate between F,/C, (505 kW) and.the other seat.
assemblies (85 kW to 125 kW) .

A comparison of small-scale test results shows that material ranking does not
follow any consistent pattern from material to material. Also, the spread iIn

the data for a given test method is not very large.

CONCLUSIONS

No one simple small-scale test should be used to measure the fire performance
of a material when exposed to an ignition source, Since consideration must be
given to a combination of factors, such as ease of ignition, flame spread, rate
of heat release, generation of gaseous species, smoke development, and toxicity
of the combustion products, examination individual results for each of the
parameters considered for the development of hazardous conditions in a school
bus enclosure reveals that similarities and differences depend on the exposure
conditions and geometry of the enclosure. These additional parameters are not
taken into account in small-scale testing and no simple method exists for

translating these parameteric values into full-scale assessments of tenability
or escape times.

Therefore, a full-scale test protocol that can form the basis for $?mpliance
testing of seat assemblies for use iIn school buses is outlined. This” test
protocol 1is based on seat assembly tests in a standardized room. The
acceptance level is determined by calculating the tenability conditions in the
enclosure and comparing these results to tenability limits.” To ensure that
unknown toxicants are not producing an unusually toxic atmosphere in the bus
enclosure, it maybe necessary to perform animal toxicity testing.
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ASSESSMENT OF THE FIRE PERFORMANCE OF SCHOOL BUS INTERIOR COMPONENTS

ABSTRACT

Since seat assemblies represent the single largest type of combustible fuel in
a school bus interior, this study is limited to currently used and state-of-
the-art material assemblies. Six different seat assemblies having a range of
fire performance were examined. Small-scale tests (Cone Calorimeter, LIFT, and
NBS Toxicity Protocol) were performed on these materials. Large-scale tests
(Furniture Calorimeter) were conducted on single seat assemblies. Full-scale
tests were performed using a simulated bus enclosure measuring 2.44 m wide by
2.13 n high by 8.23 = long and three seat assemblies. The impact of ignition
source size was determined by computer simulation. It was found that a 500 kw
ignition source could produce untenable thermal conditions in the simulated bus
enclosure. Seat assemblies were exposed to 50 kw and 100 «w ignition sources
in the large-scale tests and 100 k¥ ignition source in the full-scale tests.

It was found that the small-scale tests were unable to provide a simple method .
for material selection that was consistent with the full-scale test results.
At the present time, small-scale fire tests of materials cannot be depended
upon to predict the fire behavior in the real world. Therefore, based on the
full-scale test results, a generalized full-scale test protocol for seat
assembly evaluation was developed that combines full-scale testing in an
enclosure with an analysis protocol that determines the time-to-untenable
conditions. The procedure defines the conditions under which toxicity testing

would be necessary. Full-scale test instrumentation and material orientation
are also described.

Keywords: Cone Calorimeter; fire performance; flame spread; foams; furniture
calorimeter; combustion products; hazard; ignitability; rate of heat release;
school buses; smoke; tenability; toxicity.



1. INTRODUCTION

Nonmetallic interior materials, including seat assemblies, of all motor
vehicles sold In the United States must meet Federal Motor Vehicle Safety
Standard FVsS No. 302. -Since its inception in 1968, this standard has been
applied to school buses as well as cars, trucks, and general purpose buses and
passenger vehicles. Recently, the National Highway Transportation Safety
Administration (NHTSA) began a review of the appropriateness of the test
method defined in FMVSS te.302 as it specifically applies to school buses.
Questions have been raised regarding the level of fire protection provided
school bus occupants by the current version of this standard. If this level of
fire protection proves inadequate, what suitable changes can be made to FMVsSsS
No.302 to improve school bus occupant fire safety?

In January, 1989, NHTSA asked the Center for Fire Research (CFR) of the
National Institute of Standards and Technology (NIST) to investigate the
possibility of replacing the existing test method in FMVSS No. 302 with another
test method or procedure that would improve,the fire safety of school bus
occupants beyond that currently provided by the existing test method.

While there are several combustible components (s.g., rubber floor mats,
electrical wiring, headliners, etc.) in a school bus interior, seat assemblies
represent the single largest type of combustible fuel. <FR, therefore,
developed a testing program that would provide data on the fire performance
characteristics of seat assemblies used in school buses. The fire performance
characteristics of seat assemblies were evaluated in small-scale (i.e.,
laboratory-scale) test methods as well as large-scale tests(i.s., open burning
of fully assembled seats) and full-scale tests (i.e., seat assemblies placed
in a simulated bus enclosure). Test results were used to assess material fire
performance as it would impact on occupant tenability conditions inside of a
simulated bus enclosure. Using the results of these studies, this report
presents a procedure that could be used as a replacement for the existing test
method defined iIn FMVSS No.302, The new test method combines a test protocol
with a data analysis protocol to assess material performance in terms of
occupant tenability.

In order to establish the background for this project, it is first appropriate
to review the history of the development of the current flammability standards
for automotive and (similar) rail vehicles and to review other standards which
are germane to the fire scenarios involved in this study. This discussion
concludes with the 1988 accident in Carrollton, Kentucky, involving a former
school bus, which gave a high degree of public attention to this fire safety
issue.

1.1 HISTORY

In 1968, the IIT Research Institute under contract from the National Highway
Safety Bureau (NHSB) of the Federal Highway Administration (U.S. Department of
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Transportation) investigated the flammability characteristics of various
passenger car and school bus interior materials; evaluated existing laboratory
test methods; assembled fire prevention codes and fire statistics; and
recommended to the NHSB a test procedure and a flammability performance
standard for automotive vehicle iInteriors. Over 200 iInterior materials,
representing both domestic and foreign makes of automobiles, were tested to
determine their relative flame spread rates [1]!. The highest burning rates
were found for certain upholstery cover and headliner materials when tested as
single layers. Based on the recommendations contained in that study, the NHSB
published Federal Motor Vehicle Safety Standard FMVSS No. 302 entitled
Flanmability of Interior Materials - Passenger Cars, Multi-Purpose Passenger
Vehicles, Trucks, and Buses (2). In FMVSS No.302, test specimens are mounted,
with their exposed surfaces facing down, in a horizontal orientation in a
rectangular burn chamber. A small diffusion burner flame is applied from below
to one end of the exposed surface of the test specimen. The time of flame
spread between two marked points on the specimen holder is used to calculate
the flame spread rate. Based on IIT Research Institute work, NHSB specified a
maximum flame spread rate of four inches per minute for all motor vehicle
interior components exposed to the passenger compartment. This regulation has
been applied to the interior components of school buses.

The Center for Fire Research at the National Bureau of Standards conducted a
study of the fire safety of a transit bus supplied by the Washington (DC)
Metropolitan Area Transit Authority (WMATA) in 1974. They determined the
minimum ignition source necessary to initiate a fire in the bus and the means
by which a fire, once started, was most likely to grow and spread (3). Tests
showed that accidental ignition by a cigarette or dropped match was unlikely;
however, the seat could be ignited with one or two matches, If applied at the
proper location (e.g., by an arsonist). If ignited, fire growth and spread in
the bus was primarily through involvement of the seat cushions. Fire then
spread from seat to seat with little direct involvement of other interior
materials. In a companion study of the WMATA Metrorail cars, it was concluded
that the seat padding and covering (and the plastic wall lining) were also
potential sources of fire hazard [4,5].

In 1976, the National Highway Traffic Safety Administration (NHTSA) issued a
report prepared by the aMF Advanced Systems Laboratory entitled "Development
of a Unitized School Bus"™ (6]. This report recommended the extensive use of
padding for occupant protection in order to withstand frontal, rearward, and
side impacts of 30 mph. This padding was in addition to the seat padding
already in use. No specific recommendations were made for assessing the fire
performance of these interior components and it was assumed that the FMVSS No.
302 applied.

A study carried out by Nelson et al. (7] on rail car assembly and transit bus
interior assembly mock-ups demonstrated that polyurethane foam seats which met
the requirements of the voluntary Urban Mass Transportation Administration
(UMTA) guidelines [8] caused room flashover in 6 to 7 minutes. Using a
different ignition source and compartment design, Peacock and Braun [9) showed

' Numbers in brackets refer to the literature references in Section 7.

3



that, In AMTRAK passenger rail vehicle mock-up fire experiments, a polyurethane
foam seat assembly which met the UMTA guidelines performed well, while a
conventional polyurethane foam seat assembly resulted in flashover conditions
in eight minutes.

1.2 OTHER STANDARDS

Although we are not aware of any programs specifically conducted to determine
the fire behavior of school bus interiors, there is applicable information
available relating to materials for other modes of ground transportation.
Following are examples of some attempts to test interior materials and
evaluate design features to assess vehicle interior fire performance.

In November 1978, a Downtown People Mover Workshop co-sponsored by the West
Virginia University College of Engineering and the Urban Mass Transportation
Administration (U.S. Department of Transportation) was held in Morgantown, Wv,
A presentation entitled "Fire Safety Guidelines for Vehicles. in a Downtown
People Mover System" {10] by R.D. Peacock of the National Bureau of Standards
described the available test methods for evaluating the fire performance of
vehicle components and provided guidance for material acceptance. A more
detailed discussion is given in NBSIR 73-1586 [11].

Hathaway and Flores surveyed nine U.S. transit authorities to assess the
overall fire threat in transit systems for the calendar year 1978 [12]. They
used a fault tree analysis as a means of qualitatively presenting how minor
incidents occur and how they may become major incidents. Their report showed
how fault trees and scenarios allow for the identification of prospective
countermeasures to eliminate the occurrence of an incident or to ensure that a
minor incident does not develop further. In this study, only 0.4 percent of
the incidents in rail rapid transit systems and 7.0 percent of the incidents
in transit buses involved fires starting in the occupant compartment from
arson or by cigarette ignition..

In 1983, the National Fire Protection Association first published NFPA 130,
Standard for Fixed Guideway Transit Systems (current edition published in

1988) [13]. Chapter 4 (Vehicles) and Appendix D provide recommendations for
testing the flammability and smoke characteristics of rail transit vehicle
materials. These recommendations were based in part on the voluntary Urban
Mass Transportation Administration Guidelines, which were ultimately published
by the Department of Transportation in 1984 [14]. These guidelines represented
an early attempt to control Compartment fire growth beyond the limited control
imposed by FMVSS No,302,

An unpublished report prepared by The Ohio State University Engineering
Experiment Station in 1984 for the Transit Development Corporation [15]
assessed the fire performance of vehicle interiors through the use of rate of
heat and smoke release. Using these data and a mathematical model, predictions
of the course of a developing fire was described in that report. The results
of these predicitions were never compared to actual full-scale fire
performance.



In 1984, ASTM published a Proposed Test Method for Determining Fire
Performance of Public Ground Transportation Seat Assemblies [16). This test
method is designed to simulate the fire exposure conditions that are
experienced in the interior of public ground transportation vehicles where the
seat assembly is directly involved; however, it is not intended to simulate
fires that may develop from sources on the exterior of vehicles, such as
electric arcs or fuel spills. The method, using full-scale seat assemblies
installed in a 2.44 = wide by 3.66 m deep by 2.44 m high compartment having an
open door, could be adapted to evaluate the fire behavior of seat assemblies
when exposed to a gasoline fire.

1.3 RECENT PROBLEM

On May 14, 1988, a fiery crash took place in Carrollton, Kentucky, between a
pickup truck traveling the wrong way on an Interstate highway and a 1977
former school bus returning from a church youth outing. Twenty-seven
passengers on the bus were killed and, although burned beyond recognition, the
victims were judged by the Kentucky Medical Director to have died by smoke
inhalation. Survivors stated that the bus burst into flame almost immediately
after the collision, presumably from a ruptured fuel tank. The vintage of the
school bus was manufactured prior to the issuance of the National Highway
Traffic Safety Administration (NHTSA) fuel system protection requirements
(FWSS No. 301 (17)) for fuel tank reinforcement and protection, but after the
issuance of FMVSS ¥0302., It can therefore be assumed that the seat assemblies
in this bus met the maximum flame spread rate requirements of FMVSS No.302.

In November 1988, NHTSA issued a report which provided a summary and update of
school bus safety activities conducted by NHTSA {18]. The report discusses
NHTSA’s actions to improve school bus safety. This includes programs affecting
human behavior and motor vehicle safety performance, a study of the magnitude
of school bus-related injuries and fatalities (with particular interest in the
factors involved in the Carrollton, XY, crash), and current agency activities
to make school bus transportation even safer. An Advance Notice of Proposed
Rulemaking for the Flammability of Interior Materials, published in November
1988 (19), announced that NHTSA is considering the issuance of a proposal to
upgrade FMVSS No. 302, Flammability of Interior Materials, as it applies to
large buses (including school buses) over 10,000pounds gross vehicle weight.

In January 1989, the Center for Fire Research (CFrR) at the National Institute
of Standards and Technology was asked by NHTSA to assess the fire performance
of school bus seat assemblies when exposed to internal and external fires and
to develop a protocol which will evaluate the Ffire performance of materials
used in school bus seats.



1.4 APPROACH

The largest source of combustible material in a school bus interior is the
seat assembly. Thus, the NHTSA/NIST approach to limiting the rate of fire
growth in school buses presumes that the solution to the problem is better
material selection for this application. Given that ignition of seats will
occur, efforts are zimsd at selecting materials that will delay ignition and
exhibit low flame spread rates and low heat release rates. |In addition, smoke
generation and the toxicity of the combustion products should be reduced to a
level that would not result in hazardous conditions in the school bus.

The prasumption is that a fire in a bus would result from a fuel spill in the
bus (or from under the bus which has had its structural integrity breached).
The fire behavior of materials in full-scale experiments approximating these
fire conditions in a simulated bus compartment (using materials with a full
range of fire performance) were conducted and analyzed to provide guidance for
estimating the time available for escape. The results of these experiments
were used to determine which fire parameters are most important and governed
the strategy for the development of an {mproved msthod for assessing seat
material fire performance.

Small-scale and large-scale laboratory tests were then used to measure the
pertinent materials®™ fire properties so that comparisons could be made with
full-scale fTire performance. The parameters investigated were:

ignitability,

flame spread,

rate of heat release,

smoke generation, and

toxicity of combustion products.

e o0 o0 0o

All of these fire .characteristicscan affect escape from a school bus involved
in a fire.

State-of-the-art compartment fire modeling was used to assess the fire
performance of seat assemblies in a full-scale bus simulation. These are zone
models which assume that the compartment is divided into two distinct regions:
the upper zone is a hot layer comprised of a potentially hazardous environment
and the lower zone is-a cool layer consisting of a relatively safe
environment. To the extent that this is valid in real fires, these models
provide a vehicle for studying the interaction of various fire phenomena and
translating data obtained from one compartment size to another compartment
size without the need for performing additional fire tests.

The materials used iIn this study as examples are all currently available.
Thus, with the :stablishment of realistic fire performance criteria, It is
expected that a desired level of fire safety can be achieved today, although
perhaps at some additional cost.




2. EXPERIMENTAL PROCEDURES

2.1 MATERIALS

Six different typical seat assemblies were selected to represent a wide range
of expected fire performance. The primary materials for each assembly were a
single padding and a single cover fabric. Each assembly consisted of a
tubular steel frame with back and bottom cushions attached (Figure 1). The
seat back unit contained a 6 mm plywood insert and the seat cushion unit
contained a 13 an plywood insert. Assembled back and seat units were
purchased from a major manufacturer of school buses (Thomas Built Buses, Inc.)
and mounted on steel frames obtained from a school bus "graveyard.” In
addition, foam pads and cover materials (unassembled) were purchased for the
small-scale tests. Each seat assembly was tested according to FMVSS No.302 and
found to have a flame spread rate of less than 4 inches per minute (Appendix
A). A summary of the materials and their physical measurements is given in
Table 1. A description of each of the material combinations follows.

2.1.1 Standard Polyurethane Foam/Standard Vinyl Cover (F,/c,)

The standard foam for this study is a rebonded polyurethane having a density

of 73 kg/m®, typical of current production by the bus manufacturer; expanded
polystyrene beads were distributed throughout the foam matrix. The cover
material, also typical of current production, is a calendered vinyl bonded to a
knitted polyester scrim with an overall areal density of 870 g/m?.

2.1.2 Standard Polyurethane Foam/Standard Vinyl Cover with Kevlar?
Backing (F,/¢;)

The foam is the same as described in 2.1.1. The cover material is a
calendered vinyl bonded to a loosely woven polyester scrim to which was
applied a non-woven Kevlar backing; the overall areal density is 830 g/m®.

2.1.3 Melamine-Treated Polyurethane Foam/UMTA-Type Vinyl Cover (F,/C,)
The foam is a melamine-treated polyurethane having a density of 85 kg/m*. The

cover material is a calendered vinyl bonded to a double-knit polyester fabric;
the overall areal density is 770 g/m®. The cover material was certified by

2 Certain commercial products are identified in this report in order to
adequately specify the materials and apparatus used. Such identification does
not imply recommendation by the National Institute of Standards and

Technology, nor does it imply that these products identified are the best
available for the purpose.



the manufacturer to meet the UMTA guidelines [8] and is henceforth referred to
as UMTA-type vinyl.

2.1.4 CMHR Polyurethane Foam/UMTA-Type Vinyl Cover (F,/C;)

The foam is a combustion-modified high-resiliency (CMHR) polyurethane having a
density of 49 kg/m®. The UMTA-type vinyl cover is the same as described in
2.1.3.

2.1.5 LS Neoprene? Foam/UMTA-Type Vinyl Cover (F,/C;)

The foam is a low smoke polychloroprene having a density of 145 kg/m®. The
UMTA-type vinyl cover is the same as described in 2.1.3.

2.1.6 IMPAK SR-10Ls? Polyurethane Foam/UMTA-Type Vinyl Cover (Fs/C,)

The foam is a rebonded flame retardant-treated polyurethane having a density
of 90 kg/m®. The UMTA-type vinyl cover is the same as described in 2.1.3.

2.2 METHODS OF INVESTIGATION

2.2.1 Full-scale Experiments

A total of six experiments were conducted to evaluate the fire performance of

the six school bus seat assemblies. In each test, three seat rows (each with
one seat assembly) were installed in one corner of a simulated school bus
compartment as they would be in a real school bus (Figure 1). |n this way,

flame spread across a seat and from seat to seat could be observed. All three
seats were mounted on a load cell to facilitate the measurement of total weight
loss. Ignition was accomplished by a box burner located adjacent to the aisle
edge of the rearmost seat assembly. The box burner had a surface area of 0.05
m?. The burner was adjusted to produce a 100 kW natural gas flame. This
energy release rate was used because it approximates the energy released by a
gasoline spill of about the same surface area and did not contribute so much
energy into the compartment as to mask the performance of the seat assemblies.
In addition, a gas burner calibration test was performed to quantify the
contribution of the ignition burner to the heat, smoke, and gas generation
rates in the compartment.

In each test, gas temperatures, gas concentrations, and mass loss were
recorded and used to determine the heat release rate, upper and lower layer
temperatures, and gas concentrations in the upper layer. These data were used
to assess tenability within the compartment, The six tests were also recorded
on video tape for later viewing.




2.2.1.1 Room Configuration

The experimental arrangement is shown in Figure 2 and consisted of a single
compartment measuring 2.44 m wide by 2.13 m high by 8.23 m long, lined with
noncombustible materials. A doorway measuring 1.02m wide by 1.83 m high
provided the sole ventilation path into and out of the compartment. These
dimensions approximate a full size school bus as determined by field
inspection of actual school buses. The materials used in constructing the
compartment and their thermal properties are listed in Table 2 [20].

2.2.1.2 Instrumentation

Table 3 lists all the instrumentation used in these experiments and the
location of sampling points. Figure 2 shows the location of sampling points
within the test compartment and the adjoining smoke collection hood. Vertical
lines of eight thermocouples each were located in the corner and in the center
of the compartment to determine the upper compartment temperature and the
location of the hot upper layer interface. A thermocouple tree composed of
seven thermocouples was located in the doorway together with a differential
pressure transducer to measure mass flow in and out of the compartment. All
thermocouples were exposed junction thermocouples made from 28 gauge wire. A
heat flux meter was located in the wall opposite the ignition seat.

The three seat assemblies were placed on a load cell, approximately 100 mm

above the floor, located in the far corner of the compartment (Figure 2). The
load cell continuously monitored mass loss.

A collection hood was used ,to remove decomposition products exiting the burn
compartment. A set Of instruments installed in the collection hood was used
to determine continuously heat release rate (by oxygen consumption calorimetry
{21)), gas concentrations, and smoke concentration.

2.2.1.3 Combustion Gas Analysis

In order to sample the fire =nvironment for toxic gas species, two gas probes
were centered in the compartment 100 mm from the ceiling. One gas probe, a 19
mm diameter stainless steel pipe, was connected to non-dispersive infrared
(NDIR) analyzers for continuous measurement of carbon monoxide and carbon
dioxide; oxygen concentrations were measured continuously with a paramagnetic
analyzer. The other gas probe, a 55 mm diameter glass tube, was connected to
a blower motor to ensure that the sampling was performed on a time-resolved
representative portion of the combustion products in the upper part of the
compartment. Sample ports along this tube were provided for hydrogen chloride
(dC1l) and hydrogen bromide (H3r) impinger sampling and hydrogen cyanide (HCN)
evacuated glass bulb sampling of the compartment environment. The gaseous
products were collected in 250 m2 glass impinger bottles containing
approximately 125 m¢2 of 5 mM potassium hydroxide (KOH). The flow of gases
through the impinger was controlled by a mass flow controller. The ratio of
gases collected to gases exhausted was nominally 1:1000; however, the exact
value for each test was recorded and used in all subsequent computations.
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After the collection period, the impingers were weighed and transferred to
plastic containers. Prior to analysis, the filter containing the soot was
placed into the impinger solution. The samples were analyzed for aF, &,
and ¢cN- on a commercially available i1on chromatograph (Waters Model ILC-1
Ion/Liquid Chromatograph?) equipped with a Waters 430 Total Conductivity
Detector? and a Waters 460 Electrochemical Detector?. The electro-chemical
detector (specifically for @) was used with a glassy carbon electrode and a
saturated KCl reference electrode; an anion column (ICPAK-A%) preceded by an
Anion Guard-Pak Precolumn Module? was used. Chromatograms were recorded on a
Spectra-Physics Model SP 4270 Integrator2.

2.2.2 Large Scale-Experiments: Furniture Calorimeter

The furniture calorimeter [22] was designed to measure the heat release and
mass loss rates of furniture items burning in the open air. Figure 3 is a
schematic representation of the apparatus. The basic principle of the
apparatus, oxygen consumption calorimetry, has previously been described by
Huggett [21]. The heat release rate is computed from measurements of mass
flow and oxygen concentration through the exhaust stack. The effective heat
of combustion can readily be determined from the heat release rate and the
corresponding measured mass loss rate of the sample. Carbon monoxide and QO,
concentrations also were monitored during each test and used to correct the
heat release rate calculations; detailed calculations for making these
corrections are described by Parker (23]}.

Single school bus seat assemblies were tested in the furniture calorimeter.
These assemblies consisted of a tubular steel frame with seat back and seat
cushion attached. The seat assemblies were ignited by either a line burner
placed in the cushion back crevice (simulating a fire on the seat) or a box
burner similar to that used in the full-scale tests placed adjacent to the
side edge of the seat assembly (simulating a fuel fire under the seat).
Initial tests involved the box burner or line burner adjusted to produce a 50
kW flame. In all cases, the seat assemblies were exposed to flames from the
burners for 200 seconds. Follow-up tests on seat assemblies that did not
propagate a flame across the cushion or back surface at 50 kW were performed
with the box burner adjusted to 100 kW.

2.2.3 Small-Scale Experiments

In order to measure the fire properties needed for input into a model for
assessing the performance of materials for bus seats, a series of small-scale
tests were carried out on assemblies and materials. The Cone Calorimeter
provides data for ignitability, rate of heat release, smoke generation, and
gas yields; with the exception of ignitability, these data can be related to
the full-scale test data. The flame spread data from the Lateral Ignition and
Flame Spread Test (LIFT) can be compared only qualitatively to the full-scale
test results; again, ignitability data can only be related to the scenarios
involved and provides information as to the ease of ignition. The toxicity
test results provide a means for estimating the toxic potency of the materials
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used in seat assemblies based on yields of known toxic species; toxicity can
only be determined by a full toxic hazard assessment.

2.2.3.1 Cone Calorimeter

The NBS Cone Calorimeter (Figure 4) has been previously described by
Babrauskas [24] and is currently pending as an ASTM standard test method [25)
Briefly, this is a bench-scale instrument from which heat release rate is
determined by measurement of oxygen depletion in the gas flow stream of
combustion products and air. An external radiant flux of up to 100 kW/m? may
be imposed on the specimen by a temperature-controlled electric heater. Since
the heater operates at a moderate temperature (up to 1000 °¢) and behaves very
nearly as a black body, the effective spectral distribution is likely to be
very close to that expected from compartment fires [26].

Changes in sample mass during an experiment were measured continuously by a
load cell. Smoke obscuration and decomposition products also were measured
continuously. Smoke obscuration was determined by measuring the extinction of
light from a helium-neon laser located in the exhaust duct downstream of the
burning sample. A gas sampling arrangement in the exhaust duct provided
appropriate gas samples to a flame ionization analyzer for total hydrocarbon
measurements, a paramagnetic O, analyzer for oxygen consumption, and a pair of
non-dispersive infrared analyzers for the determination of CO and @,. To
analyze the combustion products for acid gases (H¢l, HBr, and HCN), batch
samples were taken and analyzed by ion chromatography. For one sample at each
irradiance level, a portion of the gaseous products and soot in the main
exhaust duct were collected by replacing the soot collection filter with a
batch sampling apparatus (as described in 2.2.1.3).

Composite specimens (foam and cover) were tested only iIn the horizontal
position to avoid the problems associated with materials that melt and drip,
and because a prior correlation had been successful for upholstered furniture
[27]. The samples were exposed to a preset external irradiance with a spark
igniter mounted above the center of the sample to ignite the pyrolysis
products. Sparking was initiated at the beginning of the exposure and
continued until sustained burning developed across the sample surface. Tests
were tsrminated when flaming on the sample extinguished. Three replicates of
each assembly were tested at each of three external irradiances: 35, 50, and
75 kW/m? .

2.2.3.2 Flame Spread (LIFT)

The LIFT apparatus [28,29] is a bench-scale device used to determine ignition
and flame spread properties of a broad class of combustible materials and is
currently being promulgated as a standard through ASTM [30]. A schematic of
the apparatus t{s shown in Figure 5. It consists of a (pre-mixed natural gas-
air) radiant heat source, a sample holder, and a pilot flame to promote
ignition. The sample is backed by an inert insulating material. A steel
plate is positioned above the sample to extend the sample surface and provide
for the development of a boundary Layer containing pyrolyzed gases and
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entrained room air. An acetylene-air pilot flame is positioned above the
sample adjacent to the steel plate such that it interrupts the escaping
gaseous mixture containing the pyrolyzed gases generated at the sample
surface. The external irradiance distribution at the sample surface,
normalized to its value at 350 mm, is shown in Figure 6.

For both the ignition and flame spread tests, foam samples were cut to a
thickness of 38 mm. Foam samples were overwrapped with the appropriate cover
fabric. The sides and back of each sample were covered with aluminum foil,
and a backing board of 13 mm thick mineral board was used.

Ignition tests were conducted by exposing the composites to an external
irradiance that varied from 10 to 65 kW/m? and recording the time-to-ignition.
The minimum external irradiance necessary for ignition iIs experimentally
determined as the limit at which no ignition occurs. The minimum external
irradiance necessary for ignition (as determined by this method) was obtained
only for seat assembly F,/C,. The other seat assemblies had minimum external
irradiance values below the minimum operating temperature of the radiant
panel. The ignition/sxternal irradiance data for these seat assemblies were
obtained from the Cone Calorimeter. In the data analysis, the Cone
Calorimeter times-to-ignitionvs. external irradiance were treated as if they
were obtained on the LIFT apparatus.

Flame spread tests were conducted as described by Quintiere and Harkleroad

(28] with sample sizes of 150 X 800 mm. The specimens were exposed at the 50
zm position to external irradiances that were approximately 10% higher than the
minimum external irradiance required for ignition. The samples were exposed to
this resulting irradiance profile until a state of thermal equilibrium was
achieved based on an analysis of the time-to-ignitiondata. Seat assemblies
F,/C, and F,/C, were preheated to equilibrium, while the UMTA-type vinyl (¢,)
covered foams were preheated for only 45 to 60 seconds in order to prevent
random self-ignition.

2.2.3.3 Toxicity

The acute inhalation toxicity of the combustion products of the five foams and
three cover materials was assessed individually by the N-Gas model (31l) using
the NBS Toxicity Test Method apparatus (32]. The N-Gas model is an approach
for estimating smoke toxicity, (i.s., primary toxic gases are identified and
quantified to allow prediction of the toxic potency of the mixed gases) and to
determine if unusual toxicants exist. An unusual toxicant exists if the
predicted toxicity is not explained by the contributions of the primary
toxicants examined. Animal tests are used to verify these predictions.

The calibration gases for the CO, CO,, and HCN measurements were commercially
supplied-in specified concentrations in nitrogen. The concentration of HCN 1In
the commercially supplied cylinders was routinely checked by silver nitrate
(AgNo,) titration (33], since it is known that the concentration of HCN stored
under these conditions will decrease with time. All chemicals used in the ion
chromatographic procedure were of reagent-grade quality. The water was
deionized to 18 megohm-cm resistivity.
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Fischer 344 male rats, weighing 200 to 300 grams, were obtained from Taconic
Farms (Germantown, NY)2. Animal care and maintenance were performed in
accordance with the procedures outlined in the National Institutes of Health"s
"Guide Tor the Care and Use of Laboratory Animals.” Each rat was housed
individually in suspended stainless steel cages and provided with food
(Ralston Purina Rat Chow. 5012%) and water z4 libitum. Twelve hours of
fluorescent lighting per day were provided using an automatic timer. The rats
were allowed to acclimate to laboratory conditions for at least seven days
prior to experimentation.

2.2.3.3.1 Toxicity Test System

The animal exposures were conducted using the combustion system, the chemical
analysis system, and the animal exposure system that were designed for the NBS
Toxicity Test Method (32). A schematic of the experimental arrangement is
illustrated in Figure 7. The NBS Toxicity Test apparatus is a closed system
in which all the gases and smoke are kept in a 200 liter rectangular animal
exposure chamber for the duration of the exposure.

The individual samples were decomposed in a cup furnace located directly below
the animal exposure chamber such that all the combustion products from the
test material flowed directly into the chamber. The samples were examined
under flaming conditions which were achieved by setting the furnace 25°C above
the pradetermined autoignition temperature of each material. During the
experiments, an electric spark igniter above the cup furnace or 1 n! ethanol
added to the sample, was used to assure immediate flaming.

The combustion products were analyzed for CO, ¢0,, O,, HCN, H2r, and HCl (as
described in 2.2.1.3). The CO, ¢o,, and O, data (millivolts) were recorded by
an on-line computer every 15 seconds. All combustion products and gases that
were removed for continuous analysis were returned to the chamber. The
presence of HCN in the combustion products was determined by gas
chromatography (GC) and by ion chromatography (IC). Syringe samples (100 u2)
of the chamber atmosphere were analyzed for HCN approximately every three
minutes with a gas chromatograph equipped with a thermionic detector {34). In
addition, HCl and H3r were analyzed by IC. Impinger samples (collected by
bubbling gases from the animal exposure box at the nose level near animal port
No. 1 through 25 ml of 5 mr KOH) were analyzed for HCLl, HBr, and HCN by using
an ion chromatograph equipped with two different detectors, a conductivity
detector for HCl and HBr and an electrochemical detector for HCN. The
apparatus is diagrammed in Figure 8. All concentrations of CO, co,, 0,, and
HCN (by GC) are the average 30 minute exposure values which were calcuiated by
integrating the area under the instrument response curve and dividing by the
exposure time. The acid gas concentrations of HCl, H3r, and HCN (by IC) are
the average exposure values which were calculated from the ionic impinger
concentrations and the gas flow and exposure time.

Six rats were exposed in each experiment. Each animal was placed in a
restrainer and inserted into one of six portholes located along the front of
the exposure chamber such that only the head of each animal was exposed.
Animal exposures started when the sample was dropped into the preheated cup,
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and lasted for 30 minutes. The toxicological endpoint was death, either
during the 30 minute exposure or during the 30 minute exposure plus post-
exposure period. (The post-exposure period was usually 14 days. However, if
some animals were still losing weight on day 14, they were kept until they
either recovered or died. The animals were considered to have recovered when
they gained weight over a three day period.) All animals (including the
unexposed controls) were weighed daily from the day of arrival until the end
of the post-exposure observation period.

2.2.3.3.2 N-Gas Model Prediction

The toxic potency of each material was approximated using the N-Gas model and,
in addition, an LC,, was determined for the cover designated as the UMTA-type
vinyl C) The current N-gas model is based on the studies of the
toxicological interactions of four gases - CO, 0,, HCN, and reduced O, - and
is used to estimate the amount of material necessary to produce an LC,, for
the 30 minute exposure [31,35,36]. The model prediction is based on the
empirical mathematical relationship

m{CO] (HCN] 21- _ :
©o,] -5 © —d t* W-it,o, = - (Eq. 1)

The numbers in brackets are average concentrations during a 30 minute exposure
period. The parameters m and b are the slope and intercept values (-18 and
122000, respectively, when O, is less than or equal to 50000 ppm), d is the
LC,, concentration of HCN (160 ppm for 30 minute exposures), and LC,,0, is the
percent Q, that causes 50 percent of the animals to die in 30 minutes

(5.4 percent).

To include the post-exposure deaths, the following assumptions were made:

1. At the levels examined here and normally produced in real fires,
HCl and HBr only cause post-exposure deaths.

2. The toxic interaction of HCl1 and HBr with the other gases are
additive.

The formula now becomes:

m(CO] [HCN] 21 - [0,] (HBr] [HC1] (
(CO,) - D * d *+ - LCy4,0, + 3000 T 3700 = 1 (Eq. 2)

where all values are same as in Eq. 1, except d now equals 110 ppm and the HBr
and HC1l LC,, values for 30 minute exposures plus post-exposure deaths are 3000
and 3700 ppm, respectively.

Ideally, when this equation is unity, 50 percent of the animals should die.
Based on previous studies with pure gases, the mean N-Gas value for these
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gases was calculated as 1.1+ 0.2. Since the concentration-response curves
for animal lethalities from smoke are very steep, it is assumed that if some

percentage (not 0 nor 100 percent) of animals die, the experimental loading is
close to the predicted LC,, value.

2.2.3.3.3 LC,, Determination

When results of tests based on the N-Gas model do not approximate 1 as shown
in Eq. 2, indicating the presence of an unusual toxicant, a more precise LC,,
determination is required. In the experiments conducted to determine the LC,,
values, the percentage of animals dying at each smoke concentration was
plotted to produce a concentration-response curvse from which the LC,, value
was calculated for the 30 minute exposures and for the 30 minutes plus post-
exposure observation period. The LC,, 1in this case is defined as the amount
of material placed in the furnace divided by the exposure chamber volume
(mg/2) which caused 50 percent of the animals to die within-exposure or during
the within-exposure plus the post-exposure observation period. The LC,, values
and the 95 percent confidence limit were calculated by the statistical method
of Litchfield and Wilcoxon (37). In this study, a full LC,, determination was
only needed for the UMTA-type vinyl (C;).

2.2.4 Fire Modeling

Computer fire modeling was used to evaluate the development of hazardous
conditions in a compartment. HAZARD 1 (38), which includes a two zone fire
model, is composed of an ensemble of programs designed to estimate the
consequences of specified fire in a compartment(s). HAZARD | is a sequence of
procedures implemented in computer software to calculate the development of
hazardous conditions over time, to calculate the time needed by building
occupants to escape under those conditions, and to estimate the resulting loss
of life based on assumed occupant behavior and tenability criteria. These
calculations are performed for a specified enclosure and set of fire scenarios
of concern. It was used in this work to assess:

e the changes in a compartment environment caused by the presence of
an ignition source and the resulting tenability times of
temperature, irradiance, and toxicity for ignition sources of
varying strength;

e the relative importance of the causes of hazard (i.e., temperature,
irradiance, and toxicity).

Also, the tenability portion of HAZARD | was used to determine times to
incapacitation and lethality for temperature, irradiance, and toxicity in the
full-scale tests of the six seat assemblies. As will be seen in 4.2, this tool
is used to determine an upper limit for the ignition source such that the

ignition source does not become the limiting factor affecting time to escape
from a burning school bus.
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3. RESULTS

3.1 EULL-SCALE EXPERIMENTS

These tests were designed not only to determine when hazardous conditions
would develop in the compartment, but to determine the likelihood of flame
propagation from seat-to-seat. However, it should be recognized that the
actual numerical values obtained in these full-scale tests depend on the size
and shape of the compartment and the doorway opening. For the same size door
opening and fire size, smaller compartments could be expected to achieve
untenable conditions sooner. Also, it should be noted that unlike a "real bus
fire", air flow in and out of the compartment was restricted to the doorway
opening. The presence of windows that could break open could dramatically
alter the development of untenable conditions in the compartment.

3.1.1 Gas Burner

A preliminary full-scale test was conducted with only the ignition burner in
the compartment. The burner was placed in the same location it would occupy
when seat assemblies were in position on the load platform. This test was
performed to verify the operation of all instruments in the test facility and
to determine the threat represented by the burner to occupants in the bus
simulation independent of the seat assemblies under test. The threat posed by
the ignition burner was assessed by the depth and temperature of the upper
layer of hot gases in the compartment, the gas concentrations of CO, C0,, and
O, and the irradiance level received by two targets. One target was located on
the wall opposite the ignition burner. The second was located at the mid-
point of the floor of the bus simulation. The irradiance level at the latter
location was calculated from measurements of the upper gas temperature and
location of the interface. The average upper gas temperature was taken as the
bulk ceiling temperature. The ceiling emissivity was assumed to be 1; this
assumption would lead to an overestimate of the critical irradiance levels.

3.1.1.1 Rate of Heat Release

Figure 9 shows the heat release rate (HRR) for the ignition burner alone. It
can be seen that approximately 90 s was required to achieve a steady-state
heat release rate. The average heat release rate during steady-state burning
was 100 £ 9 kW. A compartment of this size would require an energy release
rate of approximately 1600 kW before flashover (complete compartment fire
involvement) could be expected to occur.

3.1.1.2 Temperature and Location of Upper Layer
The temperatures of the upper and lower gas layers are shown iIn Figure 10.
During the period of steady-state raté of heat release from the gas burner,

the temperatures of the upper and lower gas layers were about 125°C and 33°C,
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respectively. Figure 11 shows the location of the interface between the upper
hot gases and lower cool gases (according to the method described by Cooper et
al. (39)) at the center of the bus simulation. The presence in these tests of
a separation between the upper hot gases and lower cool gases is consistent
with the basic assumption OF zone models and encourages their use in assessing
fire growth in a compartment. The lowest level of the interface at the center
of the compartment was approximately 1.18 m from the floor.

3.1.1.3 Gas Concentrations (CO, co,, O,)

Figure 12 shows the CO, C0,, and O, concentrations at the center of the
compartment near the ceiling. The average gas concentration for CO, co,, and
O, during steady-state burning was 91 + 30 ppm, 1.43 * 0.04 percent, and 19.03
t 0.04 percent, respectively. Peak CO and c0, readings were 193 ppm and 1.52
percent and minimum O, was 18.95 percent.

3.1.1.4 Target Irradiance

Two targets were defined for these tests. One target was a heat Tlux sensor
located on the compartment side wall opposite the ignition source. The other
was a hypothetical point, not actually measured, on the floor centered in the
compartment. The irradiance impinging on this latter target was calculated
based on the distance between the interface and the floor and the temperature
of the gases above the interface. It was assumed that both the hot gases and
the compartment ceiling radiated uniformly at the average temperature of the
hot gases with a total emissivity near 1. While this assumption is not
strictly correct for the upper gas layer in the bum tests (i.=., the upper gas
layer in the burner tests was optically thin and the bulk of the radiant
energy came from the ceiling), it is appropriate for the particulate laden
upper gas layer in subsequent tests that included school bus seat assemblies.
The view factor for this geometric arrangement was recalculated as the floor-
to-interface distance varied. Figure 13 shows the results for the ignition
burner. The side wall irradiance never achieved a steady-state value. Ninety
seconds after ignition of the burner the side wall irradiance was 1.1 kW/m?.
This value increased to 1.7 kW/m?* just prior to flame extinguishment. The
floor irradiance also increased throughout the exposure from 0.011 to 0.014
kW/m? .

3.1.2 Seat Assembly Tests

Single tests of the six seat assemblies were performed in the simulated bus

enclosure, Table 4 lists the initial weight of the three-seat configuration
for each seat assembly and the percentage weight loss (based on foam, cover

fabric, and plywood insert weight) at the conclusion of the test.

Material combination F, /¢, not only ignited and burned the entire width of the
first seat assembly but also propagated the flames from seat-to-seat. Four
minutes after ignition of the burner, all three seat assemblies for material
combination F, /C, were actively burning.
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Material combination F,/C, exhibited flame spread along the entire exposed
seat assembly and ignition, but limited flame spread, on the back of the
second seat assembly.

During four seat assembly tests (F,/C,, F3/C,, F,,C;, and F;/Cy), for which
behavior was similar; burning and flame spread were limited to a portion (less
than 50 percent of the surface area) of the seat assembly first exposed to the
ignition burner. There was some thermal degradation observed on the back of
the second seat but flames did not spread along the length of the first seat
assembly nor from seat-to-seat. The seat back forward of the ignition seat
assembly for test F,/C, also thermally degraded without igniting and spreading
the fire from seat-to-seat. Approximately 45 minutes after the termination of
the test, seat assembly F,/C; re-ignited in the rearmost seat. Flames did not
spread throughout the seat assembly nor did they spread to the adjacent seat
assemblies. Re-ignition was caused by in-depth charring of the plywood insert
used as a stiffener in the seat back cushion.

3.1.2.1 Rate of Heat Release

Figures 14 through 16 show the heat release rate (HRR) data from the simulated .
bus compartment. These values were calculated based on measurements of the
exhaust gases exiting the simulated bus compartment. (Note: scales are
different for each figure in order to maximize resolution.) Table 5

summarizes the HRR data in terms of the peak HRR and the 60 s average about the
peak HRR. The time to peak HRR is also tabulated. The highest peak and
average HRR values were obtained with the F,/C, seat assembly, 3045 kW and 2780
kW, respectively. This was followed by seat assemblies F,/C,, with a peak HRR
of 255 kW and an average HRR of 190 kW, and F,/C,, with a peak HRR of 205 kW
and an average HRR of 170 kW - an order of magnitude below seat assembly F,/C, .
Three seat assemblies, F,/C,, F,/C;, and Fg/C; , had HRR values, peak and
average, which were 50 percent below the values obtained from seat assemblies
F,/Cy and F;/C, .

3.1.2.2 Compartment Temperature and Location of Interface

Figures 17 through 22 show the location of the gas layer interface in the
center of the compartment for each test and the temperatures above and below
the interface. Tables 6 and 7 summarize the results of these tests by
tabulating the location of the interface in the center of the compartment at
the time of maximum upper compartment temperature as well as the temperature
below the interface. At maximum upper compartment temperature, the interface
height was approximately 1.2 m except for test F,/C,, when the comparmtrnent was
at flashover conditions (i.e., upper compartment temperature above 600°C).
Also, the upper and lower compartment temperatures at the time of the minimum
interface location are tabulated. 1In all cases, the time for the minimum
location of the interface occurred after the peak HRR. This was due to the
extinguishment of the flames (burner or burning material) in the rear of the
bus simulation. Without the presence of a large heat source, the bouyancy
forces induced by the combustion of the burner or seat assembly disappeared,
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allowing the smoke layer to descend to the floor. These results show that at
the maximum upper compartment temperature, only seat assembly F, /C, had an
interface location below 1 » and a lower compartment temperature above the
upper compartment temperature of the 100 kW gas burner test. For the other
seat assemblies, the location of the interface at this time was approximately
the same as observed with only the gas burner.

3.1.2.3 Mass Loss

The rate of mass loss iIs a key parameter in determining the impact the seat
assembly will have on the toxicity and fire growth in a compartment. Figure
23 shows the cumulative mass loss for each seat assembly tested. The initial
mass and percentage mass loss are listed in Table 4. The time dependent data
represents a more realistic picture of the contribution that a given seat
assembly will have on the development of fire conditions in a compartment.
Table 8 summarizes the mass loss rate at the time of maximum HRR, m_, and at
the time of peak mass loss rate, m_ . It is unclear why the times to peak mass
loss and peak heat release rate differ In a manner that is not consistent with
instrument delay times or ventilation conditions. For both tabulated mass
loss rates, seat assembly F,/C, had the highest, by an order of magnitude or
more, mass loss rate. The other seat assemblies had approximately the same
o, while the mq values varied somewhat for these seat assemblies.

3.1.2.4  Gas Concentrations (CO, ¢o,, 0,, HCN, HCl, and HBr)

Carbon monoxide, co,, and O, were measured continuously in the large-scale bus
simulation fire tests. Gases used for the determination of HCl and H3r were
collected in a 5 =t KOH liquid filled impinger. Each impinger sampled the
compartment atmosphere over a period of five minutes. Evacuated bulbs were
also filled with samples of the compartment atmosphere during these tests for
HCN analysis. These grab samples were analyzed after each test. Figures 24
through 29 show the various gas concentrations during each test.

Table 9 summarizes these results at the peak HRR. It can be seen that only
seat assembly F,/C, produced any detectable amounts of 428z, Seat assemblies
F,/C, and F,/c, also produced no detectable amounts of HCN. (Note: Very
little of these seat assemblies burned. |If, however, a larger ignition source
were used, HCN would be an expected decomposition product based on the results
of toxicity and Cone Calorimeter tests.) Because of the presence of the vinyl
cover fabrics, HCl was detected in each test. Seat assemblies F,/C,, F,/C,,
and F,/C, produced, at the peak HRR, about the same amounts of HCl. These
three seat assemblies burned approximately the same amount. Burning was
somewhat more extensive for seat assembly F,/C, and it had a higher HCl
concentration at the peak HRR. Seat assembly F,/C, burned one complete seat
with an HC1l concentration of 155 ppm. Seat assembly F,/C, generated an order
of magnitude more HC1 than the other seat assemblies, about 1700 ppm.

The overall gas yields for CO, ¢0,, HCN, HCl, and HBr are summarized in Table
10 for each seat assembly test. The data show that comparable CO and cO,
yields were obtained for all tests except for F,/C,, which produced less CO per
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unit mass of material burned. This seat assembly had the highest HCl yield.
This may be due to the presence of a Kevlar backing on the cover fabric which
tended to protect the foam substrate. HCN yield was highest for the standard
seat assembly, F,/C, .

3.2 LARGE-SCALE EXPERIMENTS: FURNITURE CALORIMETER,

3.2.1 Heat Release Rate

The heat release rate of the ignition sources were measured in the furniture
calorimeter. Figure 30 shows the heat release rate of the three ignition
sources as a function of time. It was found that the line burner, in free
air, had a steady-state average heat release rate of 50 £ 3 kW. The box
burner, in free air, had a steady-state average heat release rate of 50 + 5 kW
and 100 + 16 kW. The seat assemblies were exposed to the flames from these
burners for 200 seconds. The line burner was located in the crevice formed by
the seat and back cushions. The box burner was located on the outside edge of
the seat assembly.

Based on observed burning behavior, the seat assemblies can be divided into

two distinct groups. Assemblies F,/C, and F,/C, continued to burn after the
removal of the ignition source. The remaining four seat assemblies
extinguished or continued to burn with a weak, localized flame shortly after
the removal of the ignition source. For assemblies F,/C, and F,/C,, tabulated
values were taken after the removal of the ignition source and represent
material performance data independent of an ignition source. For the other
seat assemblies, the tabulated values represent the burning seat assembly plus
the ignition source. Seat assemblies F,/C, and F,/C, were not subjected to the
100 kW exposure.

Figures 31 and 32 show the heat release rates for the six seat assemblies.
Care should be taken in interpreting these graphs because of scale differences
used to resolve the data. The average and peak heat release rates for the six
seat assemblies tested are summarized in Table 11. The tabulated average
values are based on the 60 second intervals about each peak heat release rate.
For the 50 kW line burner, the average rate of heat release was 330 kW and 200
kW for F,/C, and F,/C,, respectively. These values represent data obtained
after the removal of the ignition source. The remaining four materials had
heat release rates of 60 kW to 80 kW, including the heat release rate of the
ignition source. With the 50 kW box burner, the average rate of heat release
was 330 kW for assembly F,/C, and 50 kW for assembly F,/C,. The other
assemblies varied from 35 kW to 80 kW. Peak heat release rates varied from 81
kW to 577 kW for both 50 kW exposures.

Some differences were observed between the 50 kW line burner and the 50 kW box
burner. The line burner produced higher average and peak heat release rates
than the box burner. These differences were attributed to the larger area
involved in a shorter time period during the line burner exposures than the
box burner exposures. The most dramatic difference was observed with the
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F,/C, seat assembly. It had an average heat release rate of 200 kW following
t%e line burner exposure but had only an average 50 kW heat release rate
following the 50 kW box burner exposure. Seat assemblies F,/C, and Fy/C, had
average heat release rates during the 50 k¥ box burner exposures that were
less than the heat release rate of the box burner alone. The results were
somewhat erratic, as reflected in a 50 percent coefficient of variation, but
the low heat release rate appears to be indicative of an interaction between
the decomposition products produced from these two seat assemblies and the box
burner. This was not observed with the line burner.

Box burner tests at 100 kW were performed only on the four seat assemblies
that did not propagate a flame. In these tests the seat assemblies also
extinguished shortly after the removal of the ignition source. In all cases
the average rate of heat release was always In excess of the ignition source

varying from 130 to 200 kW. Peak heat release rates varied from 152 to 245
kW,

3.2.2 Target Irradiance

As a measure of the impact a burning seat assembly would have on other seat
assemblies and items in close proximity, a heat flux sensor was placed 0.5m \
from the front edge of the seat cushion of the seat assembly. Background tests
(burner calibration tests without seat assemblies) showed that the irradiance
level measured by the target sensor was 0.5, 1.0,and 1.6 kW/m?* for the 50 kW
line burner, the 50 kW box burner, and the 100 k% box burner, respectively.
The average and peak irradiance values to this target sensor from burning seat
assemblies are listed in Table 12; these values have not been corrected for the
contribution of the ignition burners. Except for the F,/C, seat assembly, the
other seat assemblies produced average irradiance levels for all exposure
conditions that were less than twice the background level. Assembly F,/C, had
average irradiances of 9.3 and 7.7 kW/m?* for the two 50 kW burners. Peak
values for this seat assembly were 12.8 kW/m? for the line burner and 18.4
kW/m? for the 50 kW box burner. These latter values indicate that this seat
assembly could be expected to ignite "easily ignitable" target fuels {40).

3.2.3 Mass Loss

The mass of each seat assembly (not including the seat frame) is listed iIn
Table 13 along with the total amount of material consumed by each of the
burner exposures. Approximately 90 percent of seat assembly F,/C, and 35 to
45 percent of seat assembly F,/C, were consumed in the two 50 kW tests. The
other four seat assemblies had lost from 0.2 percent (F,/C, assembly exposed
to the 50 k& box burner) to 3.8 percent (F,/C, assembly exposed to the 100 kW
box burner) of their total mass during the three exposure conditions. For
assembly F, /C,, the exposure condition did not appear to effect the amount of
material consumed. The fabric cover of this seat assembly never cracked or
parted. Post-test observations showed that the foam cushion beneath the
fabric melted and charred but did not appear to have been burned beyond the
area of scorched fabric. The UMTA-type vinyl melted and partially burned
exposing all of the foam cushions to the ignition burners.
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Table 14 is a summary of the average and peak mass loss rates for the six seat
assemblies. Assemblies F,/C, and F,/C; had an order of magnitude higher mass
loss rate than the other four seat assemblies exposed to the 50 kW line
burner. The average mass loss rate of seat assembly F,/C, during a 50 kW box
burner exposure was reduced to 2.8 ¢g/s from 10.5 g/s with the 50 kW line
burner. The average mass loss rate for the other four seat assemblies was
approximately constant for the three burner exposures. Peak mass loss rates
for these seat assemblies varied according to the burner exposure condition.

3.2.4 Gas and Smoke Yields

The ignition burners produced approximately 4.8 g/s of €O, at 50 kW and

9.4 g/s at 100 kW. The Q, yield values reported in this section have been
corrected for the presence of the ignition burner. No correction was
necessary for the CO yield since the ignition burners alone produced no
detectable concentrations of CO. The average smoke specific extinction area
values for the ignition burners were less than | percent of the average
specific extinction area of any seat assembly and the mass flow rate through
the exhaust stack for all tests varied by less than 15 percent. Therefore,
specific extinction area was not corrected for the presence of the ignition
burner.

Table 15 lists the O, and CO yields (kg/kg) of the six seat assemblies. The
€0, and CO yields varied according to the ignition burner in use. However,
the CO/CO, ratio appears to be more consistent. Assemblies F,/C, and F,/C,
have €0/CO, ratios for both 50 kW burners of 0.03 and 0.06, respectively.
With the exception of seat assembly F,/C, exposed to the 50 kW line burner,
the other seat assemblies have comparable (same order of magnitude) €0/CO,
ratios, which vary from 0.12 to 0.83.

The average specific extinction areas are tabulated in Table 16. These data
are based on a 60 second time period measured 30 seconds on each side of the
peak. Because of the large fluctuations in readings resulting in high
standard deviations, all six seat assemblies were judged to have approximately
the same smoke extinction area. The overall average specific extinction area
was found to be 330 * 90 m?/kg- The individual average values varied from 190
to 520 m? /kg.

3.3 SMALL-SCALE EXPERIMENTS
3.3.1 Cone Calorimeter

3.3.1.1 Time-to-lgnition

Table 17 is a listing of the average times-to-ignition and, where multiple
tests were performed, their standard deviation. Times-to-ignition were
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determined for both the specified external irradiances (i.e., 35, 50, and 75
kW/m?) used to determine the heat release rate and for external irradiances
near the minimum external irradiance needed for piloted ignition. As
expected, .thedata show that as the external irradiance increases, the time-
to-ignition decreases. .t high external irradiances, the time-to-ignition
varied from 1.0to 2.5 s at 75 kW/m? and 2.0 to 5.0 s at 50 kW/m?*. The times-
to-ignition at low irradiances varied from 48.6 to 83.4 s at 10 kW/m?. Below
10 xW/m?*, F,/C, and F,/C,* would not ignite and below 3.5 k¥/m?, the foams
covered With the UMTA-type vinyl (C,) would not ignite. Except at 75 kW/m?,
the time-to-ignition appears to be primarily controlled by the cover and is
independent of the padding. At an external irradiance of 75 kW/m?, the
distinction among the cover materials appears to disappear. However, the
differences between average values of the UMTA-type vinyl covered foams
increases.

Brown et al. (41] reviewed some of the literature on time-to-ignition of
various materials. In general, they found that the time-to-ignition, i, is
proportional to 1/4"®, where §" is the external irradiance and n is either 1
or 2, IF the material is thermally thin (i.e., the thermal wave reaches the
back surface before ignition occurs), n will equal 1. 1F, however, the
material is thermally thick, n will equal 2. Figures 33 and 34 are plots of
the time-to-ignition as a function of external {rradiance.' Table 18
summarizes the results of a linear regression analysis based on t,, « 1/4'®
for each seat composite tested. The values of n varied from 1.71 1o -1.79
for the standard foam (F,) covered with standard vinyl with and without a
Kevlar backing, and from -1.96 to -2.05 for the foams"coveredwith the UMTA-
type vinyl. This indicates that the seat composites tend to behave as
thermally thick materials.

3.3.1.2 Heat Release Rate

In general, the rate of heat release data for common materials and composites
obtained in the Cone Calorimeter display a curve with a single peak heat
release rate (42]). In some cases, composite materials have been shown to
produce multiple heat release rate peaks [41,43]. In the present case, the
bus seat composites exhibited mixed behavior. Figures 35 through 40 show
typical heat release rate curves for the six seat composites at three external
irradiances - 35, 50, and 75 kW/m*. The standard vinyl, without a Kevlar
backing, over standard foam, F, /C,, (Figure 35) produced two heat release rate
peaks and the standard vinyl with a Kevlar backing over standard foam, F,/C,,
(Figure 36) produced three heat release rate peaks. In contrast, the UMTA-
type vinyl covered foams produced single peak heat release rates (Figures 37
through 40). In all cases, the initial peak heat release rate occurred within
25 seconds of sample ignition. Figure 41 shows the heat release rate curves
for composite F,/C, with a 90 mm diagonal cut through the cover material.

* F,/C, composite time-to-ignition data below 35 kW/m? were obtained on
the LIFT apparatus and not the Cone Calorimeter. In the past, these data have
been found to be comparable.
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Like the uncut sample, this sample also produced three peak heat release
rates.

Table 19 summarizes the average peak heat release rate data. As expected, the
maximum average heat release rate for any one composite increased with
increasing external irradiance. All of the UMTA-type vinyl covered foams had
approximately the same maximum heat release rate for a given external
irradiance. For example, the average heat release rate for the UMTA-type
vinyl covered foams was approximately 320, 370, and 400 kW/m? at external
irradiances of 35, 50, and 75 kW/m?, respectively. The results for the
standard foam covered composites varied depending upon the nature and
integrity of the cover material. For any given external irradiance, the
highest maximum rate of heat release was obtained with the F,/C, composite.
The lowest heat release rate was obtained with the F,/C, composite. The F,/C,
composite with a diagonal cut across the surface of the cover material had a
lower maximum heat release rate for the 35 and 50 kW/m? external irradiances
than the UMTA-type vinyl covered foam assemblies. At 75 kW/m?, all of the
standard foam covered composites had higher heat release rates than the UMTA-
type vinyl covered foam assemblies.

Multiple heat release rate peaks listed in Table 19 are associated with
standard foam assemblies. Also listed in the table are the times between the
first and last peak heat release rates. As expected, this also decreases with
increasing external irradiance for a given composite. For a given irradiance,
the F,/C; composite had the shortest time between heat release rate peaks and
the F,/C, composite had the longest observed time interval. The F,/C, cut
composite had intermediate times.

Babrauskas and Krasny [27] have demonstrated that the rate of heat release
averaged over the first 180 s after ignition could best be used to predict the
fire performance of upholstered furnishings in full-size furniture calorimeter
tests. Kanury and Martin [41] also have used average values for deducing
physicochemical properties of essentially homogenous materials in fire
environments. Table 20 lists the expanding average rate of heat release. (The
rate of heat release was averaged over fTixed periods of time during the
burning process beginning with ignition. This procedure allowed for the
determination of the suitability of the use of an average heat release rate
over 180 s as well as other averaging periods.) This procedure retained the
essential form of the original data and smoothed the heat release rate data
for use in determining material thermal response characteristics. Table 20
includes the time to peak heat release rate. As noted previously, the rate of
heat release increases with increasing external irradiance.

3.3.1.3 Mass Loss Rate and Effective Heat of Combustion

Table 21 summarizes the effective heat of combustion, aH,,,, the overall
average mass loss rate, @m, and the mass loss rate, m, during nmaxima in the
heat release rate curves. The aH,,, was determined by taking the ratio of
total heat released divided by total mass loss. The aH,., values for the
standard foam composites all appear to be approximately 20 MJ/kg. The other
composites varied from 16.5 MJ/kg for composite F,/C, to 8.3 MJI/kg for seat
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assembly F,/c,. In Cone Calorimeter testing of these seat assemblies, the
AH appears to be a function of the foam and not the cover.
eff

The overall average mass loss rates, m,, listed in Table 21 showed that, as
expected, the average mass-loss rate for a given composite was found to be a
function of the external- irradiance. Composite F,/C,, at any given external
irradiance, had the highest average mass loss rate; composite Fr,/C, had the
lowest. For those composites exhibiting multiple peaks, the mass loss rate,
m, during the first peak heat release rate was the same or higher than the
mass loss rate during subsequent peak heat release rates. The Kevlar covered
composite (F,/C,) had a lower mass loss rate than the ¥, /C, composite without
the Kevlar backing.

Table 22 lists the total heat released and the mass lost by each sample
assembly from ignition to the peak heat release rate and from ignition to the
end of the test. Up to the peak heat release rate, samples using the standard
foam (F,) generated 15 to 30 times more heat than the other foam assemblies
with an order of magnitude greater weight loss. In terms of the total heat
released over the entire test, foam F, produced the largest quantity of heat
at any exposure level and foam F, the least amount of heat at any exposure
level. With the exception of foam F,, the total heat released varied by no
more than a factor of three for small changes in mass 'Loss. Figure 42 shows a
plot of the data in Table 22. Also shown in this figure, for each set of
data, are the least square fits (solid line). The linear fit of the peak heat
release data has a slope of 17 MJ/kg with a correlation coefficient of 0.997
and a y = O intercept passing nearly through X = O. While there is a large
gap between the data at opposite ends of the line, the data suggest that,
independent of the peak rate of heat release, all of the materials tested have
approximately the same effective heat of combustion up to the peak heat
release rate. The linear fit of the heat release data over an entire test has
a slope of 22 MJ/kg with a correlation coefficient of 0.932. The intercept
for this regression is approximately 1L wheny = O. Table 20 and the plot of
the heat release over an entire test shows that the effective heat of
combustion is a function of the chemical makeup of the composite. The
difference between these two sets of data implies that, after the peak heat
release rate has occurred, the material decomposing and/or combustion
mechanism s changing.

3.3.1.4 Yields of Specific Gaseous Products

The concentrations of CO and €0, were determined by continuous gas sampling of
the effluent gas stream, while HCl, HBr, and HCN were determined from impinger
samples collected during the combustion process and analyzed with an LC/ion
chromatograph. The sampling and analysis procedure for acid gas determination
followed the procedure previously described for the large-scale tests. Three
replicates were used in the determination of CO and co, yields and, because
the same sampling port was used for either acid gas or soot determination,
only a single value was reported for acid gas analysis. The values reported
in Table 23 are the overall yield values normalized by the mass consumed from
the test specimen during the gas sampling period. The gaseous product yields
for a given composite appear to be independent of external irradiance. Even
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where there are discrepancies (e.g., HBr yields for composite F,/C,), they
differ by only about a factor of two.

The actual CO and €0, yields were dependent on the sample (foam/cover
composite) being tested. Composite F,/C, had the lowest CO yield,

0.062 kg/kg, and highest €O, yields, 1 29 kg/kg, while composite F,/C, had the
highest CO yield, 0.120 kg/kg, and composite F,/C, had the lowest C0, yield,
0.39 kg/kg.

Because of the presence of vinyl cover materials in all composites tested, HCl
was present in all cases. Composite F,/C, had the highest HCl yield, 0.061
kg/kg, and F,/C, had the lowest HCl yield, 0.024 kg/kg. The yields of {Cl for
the other composites were about the same, 0.039 kg/kg.

HCN was not detected in the decomposition products produced by composite
F,/Cy . HCN yield was relatively constant at 0.003 kg/kg for all composites
t&sted except for F,/C,. Because of the presence of the Kevlar backing to the
vinyl cover materlal composite F,/C, never exposed the foam to direct
irradiation from either the cone heater or the flame. The continued presence
of the Kevlar backing forced the foam decomposition products to pass through a
layer of charred material. The charred layer may have been at a higher
surface temperature, resulting in a nearly four-fold increase in the yield of
HCN, 0.011 kg/kg.

HBr was detected only in the decomposition gases of composite F¥,/C,. HBr
yields varied from 0.007 to 0.015 kg/kg.

3.3.1.5 Soot and Smoke Production

Smoke yield was measured by the extent of smoke obscuration of a monochromatic
beam of light traversing a cross-section of the exhaust stack. Instantaneous
readings were averaged in the same manner as the rate of heat release. The
soot yield was determined by measuring the amount of particulates collected on
a filter during the entire testing period. Soot yield determinations were
made for each composite and external irradiance. The means of these values
are reported.

Table 24 summarizes the average soot yield and specific extinction area for

60 second time intervals based on an expanding average. The average soot
yield appeared to be independent of external irradiance and a function only of
the foam/cover combination. The specific extinction area was only moderately
affected by external irradiance. While there was a general trend towards
decreasing smoke yield with increasing time, the smoke yield can be taken as
being constant, except for composite Fy/C,.

3.3.2 Flame Spread (LIFT)

Some problems were encountered in using the LIFT apparatus for the
determination of material thermal properties based on ignition data and flame
spread. The vinyl cover materials used In these tests exhibited a tendency to
expand towards the external radiant source. This resulted in a degree of

26




uncertainty In the distance between the material surface and the external
radiant source. An uncertainty In this distance causes uncertainty in the
actual external irradiance applied to the material surface at ignition. This
behavior affects calculations of the ignition temperature, T, , heat transfer
coefficient, n,, and effective thermal inertia, kpc. This tendency to move
closer to the external radiant source was most pronounced for the UMTA-type
vinyl covered foam composites. Also, because of the behavior of the UMTA-type
vinyl cover material, these composites could not be preheated to thermal
equilibrium. With the exception Of the F, /C, composite, time-to-ignition data
from the Cone Calorimeter were used for the |gn|t|on analysis,

The standard analysis followed in this report assumes that flame spread
results were obtained after the sample had achieved thermal equilibrium.
During the flame spread tests, the standard vinyl, with and without the Kevlar
backing material, over standard foam (F, /¢, and F,/C,) were preheated to
thermal eqU|I|br|um- The UMTA-type V|nyl cover materlal rapidly melted,
burned, and exposed the foam substrate before thermal equilibrium could be
achieved. Results associated with this cover material were obtained after a
preheat time of only 45 to 60 seconds. The F ,/C, composite burned in two
distinct parts. First, the vinyl cover material burned and extinguished. The
foam, which was burnlng slower than the cover material, reached the position
of the extinguished ¢.ver material and re-ignited it. Both materials
continued to burn together. The computed flame spread rate was a combination
of the bum rates of both materials. The other three UMTA-type vinyl covered
composites behaved similarly.

3.3.2.1 Determination of Thermal Properties

The important properties of a material are thermal conductivity, k, density,
p, and specific heat, c. Ignition analysis is based on a steady'state energy

balance which holds for long heating times. The minimum energy for ignition,
9 4,13 IS given by

o, 1g = hy (Tyy - Ta) (Eq. 3)
where

= ignition temperature,
= ambient temperature, and
heat transfer coefficient.

'—Lt—l

=2
[]

L]

It has been shown that the ignition data can be used to determine an effective
material kpc from the expression

kpc = 4/n(h, /b)? (Eq. &)

where
b = ignition parameter determined by the ratio of the minimum
ignition energy and the external irradiance.
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Table 25 lists the thermal property data calculated from the ignition data.

It was found that the minimum ignition energies for the UMTA-type vinyl
covered foam composites were lower than the minimum ignition energies for the
standard vinyl with and without the Kevlar backing. This may have been in
part due to the bshavior of the UMTA-cype vinyl, as previously explained. The
uncertainty in the ninimum energy necessary for ignition is reflected in the
apparently low surface temperature at ignition for the UMTa-type Vinyl, 139°C,
compared to F, /¢, and F,/C,, with surface temperatures of 284 and 349°C,
respectively.

3.3.2.2 Determination of Flame Spread Properties
Flame spread can be represented by either a thermal equilibrium model given by
VI =G4, 4 - 4 F(O)], (Eq. 5)
for 6.8 5 ¢ F(t) 4", ,
or a general flame spread model given by
o

V= , (Eq. 6)
kpe(Ty, - T,)?

where ¢ is a material flame spread parameter defined as

4

® = — / (Cb)% ., (Eq. 7)
©

$ 1s a general purpose term that includes gas phase properties, flame
temperature, and chemical kinetics.

Table 26 lists the flame spread properties of the six composites tested In the
LIFT apparatus. Composite F,/C, was preheated to equilibrium; the foam and
vinyl cover burned together. The F,/C, composite also was preheated to
equilibrium. The cover material for this composite charred, but did not burn
away to expose the foam. The F,/C, composite, preheated for only 45 to 60
seconds, burned in two stages, which accounts for the anomalous values listed
in Table 26. The initial flame spread was due to the vinyl cover material,
which burned and extinguished itself. The foam burned at a lower flame spread
rate until the point of cover material extinguishment and then re-ignited the
cover. The foam/cover composite continued burning with one flame front. The
remaining three composites behaved in a similar manner, except that these
foams charred.
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,3.3.3 Toxicity

3.3.3.1 Autoignition Temperature

The lowest temperature of the cup furnace which caused the samples to flame
(without the spark igniter or ethanol) within 30 minutes was determined for all
eight materials. The autoignition temperatures for the foams and the cover
materials are given In Tables 27 and 28, respectively. The three vinyl cover
materials and the CMHR foam (F,) exhibited intermittent flaming behavior; the
four remaining foams burned with a continuous flame for various lengths of
time.

3.3.3.2 Chemical and Toxicological Data

The chemical and toxicological data for the eight bus seat materials are
presented in Tables 27 through 29. Kost of the eight materials showed
considerable residue after the 30 minute decomposition periods. The residual
amounts ranged from a low of 8 percent for the standard foam (F,) and
melamine-treated foam (F,) to a high of 49 percent for the LS Neoprene foam
(F.). The average amount of CO generated from a 40 mg/? loading of the eight
materials over the 30 minute exposures without animals ranged from 1160 ppm
(F,) to 4730 ppm (C,); the levels of HCN generated by a 40 mg/2 loading of the
five foams ranged from 65 ppm (F,) to 645 ppm (the melamine-treated foam being
the highest HCN producer). Only the Kevlar-backed vinyl material (C,)
produced significant amounts of HCN as a degradation product. The HCN
concentrations as determined by gas chromatography (GC) generally tended to be
slightly lower than those determined by ion chromatography (IC). This might
be caused by the fact that during GC analysis only gaseous HCN is being
measured but during IC analysis soot and aerosols also are collected iIn the
impingers and any adsorbed HCN will contribute to the total ionic
concentration. The average HClL Concentrations for the three vinyl materials
at a 40 mg/4 loading ranged from 240 ppa (C,) to 1070 ppm (C,)- The HCL
levels In the combustion products of the foams tested were an order of
magnitude less. Hydrogen bromide was detected only in the combustion products
of the CMHR foam (F,). Graphic representations and least squares linear
regression analyses of the generation of CO, HCN, and H¢l versus mass loading
of the various materials are shown in Figures 43 through 45.

Each material was tested first at two loadings (20 and 40 mg/2) without any
animals being present. Based on the concentrations of CO, CO,, 0O,, HCN, HCl,
and HBr, N-Gas values for each material at its respective test loadings were
determined and are listed In Tables 27 and 28. These analytical gas data then
were used to predict the value of the LC,,. The eight materials were tested
with animals In the flaming mode at mass loadings equivalent to the predicted
LC,,'s. From the animal results at the predicted LC,,, an approximate LC,,
could be estimated. If the approximate LC,, indicated that the toxic potency
was greater than that indicated by the predicted Lc,, (i.=., there is an
unusual toxicant present), a more precise LC,, was determined through a series
of additional experiments (see 2.2.3.3.3).
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The standard foam (F,), when decomposed in the flaming mode at 40 mg/f mass
loading, produced an N-Gas value of 1.03 for within-exposure and 1.22 for
within- plus post-exposure. At this loading, only one death occurred during
the 30 minute exposure; no additional deaths occurred post-exposure. However,
no animals died when .exposed to higher loadings up to 45 mg/2 with N-Gas
values of 1.12 and 1.30 for within- and within- plus post-exposure,
respectively. Therefore, the approximate LC;, value appears to be higher than
45 mg/2 and higher than that predicted by the N-Gas formula. This may be the
result of a gas which interacts with the other major gaseous products in an
antagonistic fashion. There were no post-exposure deaths noted with this
material. The graphs of the post-exposure weights of the animals indicate
that following an initial weight loss (as high as 45 grams), the animals
appeared to recover and gain weight (Figures 46 through 48).

At the 20 and 40 mg/2 loadings, the N-Gas values for melamine-treated foam
(F,) were much higher (2.06 and 4.51 for within-exposure, respectively) than
the LC,, prediction value of 1.1. Therefore, the animals were exposed to a
mass loading of 10 mg/2 which was expected to produce an N-Gas value close to
1.0. Two animals died within the exposure and one animal died within 24
hours, indicating that the LC,;, for this foam is approximately 10 mg/£ or, in
terms of the N-Gas model, 1.19 for within-exposure and 1.68 for within- plus
post-exposure. The melamine-treated foam is an extremely high HCN producer
and appears to have a higher toxic potency than the other materials tested in
this study (Table 29). Following an initial weight loss as high as 30 grams,
the surviving animals appeared to gain weight normally (Figure 49).

The CMHR foam (F,) burned inconsistently, even though the spark igniter was
left on continuously. This resulted in some scatter in the combustion product
concentrations and the calculated N-Gas values. At the 20 mg/2 loading, the
N-Gas value was 0.73 for the within- and 0.91 for the within- plus post-
exposure. At the 40 mg/2 loading without animals, the N-gas value was 1.71
for the within- and 2.11 for the within- plus post-exposure. Consequently,
the material loading was adjusted such that the N-Gas prediction value was
close to 1.1. Because of the inconsistent flaming, the N-Gas values at 21 and
26 mg/2 loadings were practically the same as for 20 mg/£ loading. At 21
mg/2 loading, two animals died during post-exposure [onday 6 following weight
losses of as much as 60 grams (Figure 50)] and no animals died at 26 mg/Z
loading [with weight losses of approximately 30 grams (Figure 51)]. At a
higher loading of 30 mg/2, (N-Gas values of 1.03 and 1.15 for within- and
within- plus post-exposure, respectively), two animals died during post-
exposure [on days 8 and 13 with weight losses of 80 and 130 grams

(Figure 52)]. At the highest loading tested, 40 mg/2 (N-Gas values of 1.31
and 1.55 for within- and within- plus post-exposure, respectively), all animals
died during the 30 minute exposure. The CMHR foam produced both HC1 and HBr,
irritant gases which may be causing the post-exposure deaths. The CMHR foam
has a higher toxic potency than the standard foam when compared at the same
loading (Table 29).

The LS Neoprene foam (F,), when decomposed at mass loadings of 20 and 40 mg/Z£,
left about 50 percent residue and, therefore, produced low amounts of the
monitored gases. The N-Gas values for the 40 mg/£ loading were 0.58 and 0.67
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for within- and within- plus post-exposure, respectively, and no animals died
when exposed to this loading [they lost approximately 30 grams before assuming
a more normal growth pattern (Figure 53)). Doubling of the loading (80 mg/2)
such that the N-Gas value was approximately 1 (the experimental values were
1.03 and 1.16 for the within- and within- plus post-exposure, respectively),
resulted in one death during the 30 minute exposure. The animals lost 30 to
40 grams following the exposure and then resumed normal growth (Figure 54).

At 85 mg/2 loading (the N-Gas values were 1.21 and 1.38 for the within- and
within- plus post-exposure, respectively), 5/6 animals died during the 30
minute exposure. The post-exposure growth was similar to that seen at 80 mg/2
(Figure 55). Based on these results, the approximate L¢,, value is between 80
and 85 mg/2. Since the N-Gas value is between 1.03 and 1.20, this foam is not
considered unusually toxic and the measured gases alone may be considered
responsible for the observed toxicity.

When 20 mg/2 of the IMPAK sR-10Ls foam (F,) was decomposed in the flaming
mode, the N-Gas values were 0.60and 0.76 for the within- and within- plus
post-exposure, respectively. At 40 mg/? loading, the N-Gas values were 1.67
and 1.97. The mass loadings used for animal exposures were such that the
N-Gas prediction value was about 1, a value at which deaths of some animals
woulld be expected. At 28 mg/2 loading (N-Gas values of 0.98 and 1.23 for the
within- and within- plus post-exposure, respectively), no animals died within
the 30 minute exposure and one animal died within five hours following the
exposure. At 33 mg/2 loading (N-Gas values of 1.06 and 1.35 for the within-
and within- plus post-exposure, respectively) one animal died during the 30
minute exposure, one animal died within 24 hours after the exposure, and one
animal lost 70 grams before recovering (Figure 56). Therefore, the
approximate LC,, value is about 33 mg/¢ and the toxicity of the flaming
combustion products of this foam would not be considered extremely toxic.
Since the N-Gas value is approximately 1.0 at the approximate within-exposure

LC,,, the toxicity of the measured gases alone may be considered responsible
for the observed deaths.

The standard vinyl cover (C,), when decomposed in the flaming mode at the 20
mg/2 loading, resulted in N-Gas values of 0.33 and 0.36 for the within- and
within- plus post-exposure, respectively. Because of the tendency to flame in
an inconsistent manner, the spark igniter was left on until all flaming
subsided (2 to 4 minutes). At the 40 ng/Z loading, the N-Gas values increased
to 0.72 and 0.79. At these N-Gas values, no deaths would be expected to
occur. When the loading was increased to 56 mg/2 to produce a within- plus
post-exposure N-Gas value close to 1.1 (i.e., the experimental values were
1.10and 1.17 for the within- and within- plus post-exposure, respectively),
3/6 animals died during the 30 minute exposure and two more animals died
within the next 24 hours. The remaining animal lost about 50 grams before
starting to regain weight (Figure 57). This indicates that the approximate
LC,, value is close to 56 mg/2. Slnce the N-Gas value at this L¢,, 1is close
to ?I..l, the toxicity of these combustion products may be attributed to those
gases that wsre monitored.

When the Kevlar-backed vinyl (C,) was decomposed at 20 and 40 mg/£ loadings in
the flaming mode, the N-Gas values ranged from 0.92 to 1.67 for the within-

exposure and from 1.19 to 2.07 for the within- plus post-exposure. Similar to
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the standard vinyl cover, the spark igniter needed to be left on during the
flaming period to maintain flaming. The analytical results indicated that the
predicted LC;, value would be between 19 and 26 mg/£2. A test at 22 mg/2
produced no deaths. However, at 25 mg/2 (Table 28), two out of the six
animals died during the 30 minute exposure and the N-Gas value was 1.12.
Therefore, the toxicity of this material may be attributed to the measured
gases. The surviving animals lost about 35 grams before recovering (Figure
58). The Kevlar-backed vinyl has about twice toxic potency as the standard
vinyl.

The UMTA-type vinyl (C,) burned in a very inconsistent manner, regardless of
whether ethanol or the spark igniter was used. The flaming subsided in about
one minute with ethanol and in about three minutes with the spark igniter.
When 20 mg/£ and 40 mg/£ loadings were decomposed in the flaming mode, the
N-Gas prediction values were 0.16 and 0.43, respectively, for within-exposure
and 0.21 and 0.72, for the within- plus post-exposure. Since the material
produced HCl, post-exposure deaths were expected. Therefore, the material
loading for the animal test was based on results of the initial 40 mg/2 test
without animals. In other words, if 40 mg/2 produced an N-Gas value of 0.72,
then approximately 60 mg/2 should generate an N-Gas value of 1.1. Therefore,
the animals were exposed to a loading of 59.9 mg/2. The N-Gas value at this
loading was 0.55 and 0.73 for the within- and within- plus post-exposure,
respectively. Two animals died within the 30 minute exposure and four died
within three hours following the exposure. Unless other gases that were not
monitored were contributing to the toxicity, no deaths would be expected at
these N-Gas values. The animal exposure was repeated at a lower loading of 40
mg/2 and, while no animals died during the exposure, five died within the
first 24 hours of the post-exposure period and the sixth animal lost 55 grams
and died by day 4 (Figure 59). The N-Gas value for the within- plus post-
exposure was 0.45.

Since deaths were occurring at N-Gas values significantly less than 1,
additional experiments were conducted to determine the more precise LC,, of
the UMTA-type vinyl material. The 30 minute within-exposure LC,, was 65 mg/Z
with 95 percent confidence limits of 62 to 68 mg/2. The LC,, for the 30
minute exposure and 14 day post-exposure observation period was 35 mg/2 with
95 percent confidence limits of 30 to 40 mg/4. Examination of Table 28 shows
that the N-Gas value for the within-exposure LC,,, 65 mg/£, (no HC1l included
in the N-Gas calculation) is 1.20 and indicates that the toxic interaction of
the four gases used in this calculation are most likely responsible for the
deaths. However, the-N-Gas value for the within- plus post-exposure LC,,
value, 35 mg/2, (including HC1) is only 0.60 and indicates that the toxic
interaction of the gases only accounts for 60 percent of the toxicity.
Therefore, either one or more unanalyzed gases are contributing to the toxic
combustion atmospheres or some synergistic effect of the toxic gases is
occurring.

3.3.3.3 Yields of Specific Gases (CO, CO,, O,, HCN, HCl, and HBr)

Table 30 summarizes the gaseous yields of CO, co,, 0,, HCN, HCI, and HBr.
These values are based on the amount of material consumed and the average gas
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concentrations at the end of the 30 minute testing period. The CO and CO,
yields were relatively constant for all materials, with an average CO yield of
0.13kg/kg and an average CO, yield of 1_4kg/kg except for the standard foam
(F,) and the melamine foam (F,) which had CO yields of 0.04 and 0.03,
respectively, and C0, yields of 2.0 for both. Only the CMHR foam (F,)
produced any HBr, with ayield of 7.2 x 1073 kg/kg. The standard vinyl (C,)
had an H¢l yield of 1.1x 1072 kg/kg, while the Kevlar-backed vinyl (C,) and
the UMTA-type vinyl (C,) produced approximately the same yield of HCl which
was twice that of C,. The foams had higher HCN yields than the cover fabrics,
except for the Kevlar-backed vinyl (C,), which produced approximately the same
yield of HCN as the foams. This can be attributed to the presence of the
Kevlar backing.

4. USE OF INDIVIDUAL SMALL-SCALE METHODS

4.1  COMPARISON OF TEST PARAMFTERS

Test methods are designed to provide material fire performance data under a
well defined set of thermal, environmental, and geometric conditions. If
fundamental knowledge is available that correlates a given measured property
with those factors controlling decomposition chemistry, meaningful predictions
can be made based on the results of small-scale laboratory tests. Lacking
detailed chemical decomposition models, care must be exercised in translating
small-scale test data to full-scale results. In any material evaluation
procedure that uses data from multiple test methods, the ability to use data
from these different test methods with varying exposure conditions depends on
the degree of similarity in the decomposition chemistry of a material.

Factors affecting the decomposition rate of a material are heating rate
(external irradiance and heat losses), enclosure geometry (ventilation
conditions and flame air entrainment), and material configuration (panel,
chair, table, etc.). While the decomposition rate may vary with test
conditions, comparable decomposition chemistry would allow for data
comparisons to be made among different test conditions. A comparison will be
presented of the yields of specific gases, toxic potency, and heat release
rates from the individual test methods and the full-scale tests. It will be
seen that results from the individual test methods can not be used to evaluate
full-scale performance.

4.1.1 Yields of Specific Gases

In comparing g,asyield test results from the various experimental conditions
used in this program, absolute gas concentrations become meaningless among
test methods because of the different thermal and ventilation conditions. The
primary characteristics that can be used as an indicator of comparable
decomposition chemistry are the yields of specific gases.
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The overall yields of specific gaseous products provide a more reliable means
for comparing the data to full-scale test data. From a toxicological
perspective, the critical gases involved, based on applications of the N-Gas
model to the NBS Toxicity Test Method, were found to be CO, (,, reduced O,,
HCN, HCl, and H3zr. Overall yields of CO, C0,, HCN, HCl, and H3r were
determined for the full-scale, Cone Calorimeter, and NBS Toxicity Test Method
tests. Overall yields of CO and 0, were also determined for the large-scale
tests in the furniture calorimeter.

4.1.1.1 CO and (O,

The CO and 0, data are summarized in Table 31. Yield values for the full-
scale, large-scale, and Cone Calorimeter tests are for the combustion of the
composite seat assembly, while the yield values for the NBS Toxicity Test
Method are for the individual components.

The CO yields for all composite seat assemblies were similar across the test
procedures to within about a factor of 2 A comparison of the 0O, yields
showed that the full-scale tests produced the highest (0, yields for all
tested seat assemblies. The largest yields obtained in the full-scale tests
of seat assemblies F,/C, and F,/C, were 3.0 and 2.9 kg/kg, respectively. Two
possible uncertainties may have combined to produce these large yield values,
First, fluctuations in the burner fuel feed rate (i.e. heat release rate)
could introduce an unknown quantity of 0, into the compartment. Since the
0, values were corrected for the presence of the gas burner in both the full-
scale and large-scale tests, an error in the assumed GO, mass production rate
of the gas burner could cause large (O, yields to be attributed to the test
material. Second, since only about one percent of the total mass available
for combustion in the full-scale tests were actually burned for these two seat
assemblies, the mass loss data were near the resolution limit of the load
cell; this would increase the uncertainty in the mass loss data. While direct
comparisons cannot be made between the individual material gas yield data in
the NBS Toxicity Test Method and the seat assembly tests, the variation in CO
and 0, yields for the individual materials did not vary over a wide range.
The CO yields varied from 0.04 to 0.19 kg/kg and the CO, yields varied from
1.0to 2.0 kg/kg. These values were found to be similar to the range of
composite yield values obtained in the other test procedures.

The €0/C0, ratio is an indicator of the ventilation conditions and tendency to
flame during the combustion of a material. Table 32 summarizes the C0/Co,
yield ratio for all four test conditions. Although there were some tsst-to-
test variations for a given material or composite, the data show that, within
a factor of 2 to 3, similar ventilation conditions were observed in all four
tests for all materials, except for seat assembly F,/C, which showed a factor
of 30 difference in ventilation conditions across the three seat assembly
tests. It was observed that flaming on this seat assembly quickly extinguished
beyond the contact area of the ignition burner and was replaced by active
smoldering of the foam cushion.
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4.1.1.2 HCN, HCl, and HBr

Table 33 summarizes the yield data for HCN, HCl, and H48r for the full-scale,
Cone Calorimeter, and NBS Toxicity Test Method tests. In addition to CO and
reduced 0,, these gases account for the toxic potency associated with the
decomposition of these materials. Except for seat assemblies F,/Cc, and F /C,,
yields of these gases for a given seat assembly were similar for all test
conditions. Seat assembly F,/C, produced an order of magnitude less HCN and
F,/C, produced an order of magnitude less HCl in the full-scale tests than was
observed in the other composite seat assembly tests. Seat assembly F,/C, was
the only one detected to produce H3r. Based on the NBS Toxicity Test Method,
HBr resulted from the combustion of the foam component of this seat assembly.

In general, the C0/C0, yield ratios indicate that all tests were performed
under similar ventilation conditions, within a factor of 3. As expected from
the results of the NBS Toxicity Test Method, HCN, HCl, and HBr (where present)
were detected in the decomposition gases under all test conditions. The gas
yields for a given seat assembly were within a factor of 2 for the full-scale
and Cone Calorimeter, except in the full-scale tests for seat assemblies F,/C,
where the HCN differed by a factor of 10, and F,/C, where the HCl yield also
differed by a factor of 10.

4.1.2 Toxic Potency

The NBS Toxicity Test Method, as applied in this work, evaluates the toxic
potency of the decomposition products of individual materials tested under
flaming conditions, i.e., 25°C above the material’s autoignition temperature.
End-use applications, however, involve a combination of materials. In the
case of bus seats, each seat is a combination of cover and foam, plus any
additional materials needed to provide good mechanical performance (i.=.,
wood, nonwoven fabrics, etc.). It is recognized that the decomposition
products at any given time in an open or closed compartment depend on the
specific materials burning at that time and the residence time of the
decomposition products in the compartment. Since a seat assembly iIs composed
of a thin cover and a foam component, the toxic potency of the resulting
atmosphere In these tests can be approximated by assuming concurrent burning
of all materials in the assembly. Assuming no interactions between the
burning chemistry of the components that would alter the decomposition
products, the toxic potency of these decomposition products would be the mass
fraction weighted sum of the Lc,, for the individual components. The LC, (m)
of the material assembly is

n
LC,,(m) = T M, (i) LCg, (1) (mg/2) , (Eq. 8)
i

where
i =1 to n components,
M, (i) = the mass fraction of the i*"™ component in the assembly, and
LCs, (1) = the LC,, of the i*"™ component in the assembly.
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This can be applied to the data from the seat assemblies investigated in this
study. Table 4 lists the mass fraction of cover and foam for each seat
assembly. The approximate or determined LC,, values are taken for the within-
exposure condition from Table 29 for each component. Using these data with
Eq.8, an effective LGy, (m) 1is calculated for each seat assembly (Table 34).
These values will be used later in section 5.1. The effective LC;,(m) for a
given assembly varied by no more than a factor of 3 from the LC,, values of
the individual components, The ability of most toxicological tests to
distinguish among differences in the toxic potency of materials is limited to
a resolution of about a factor of 3. This indicates that, over the range of
materials tested in this program, toxicologically only small differences exist
among these materials.

4.1.3 Heat Release Rate

Babrauskas and Krasny [27] have shown that an empirical correlation could be
developed for upholstery furniture based on the 180 s after-ignition average
heat release rate at an external irradiance of 25 kW/m? in the Cone
Calorimeter, plus a series of shape and material factors. The product of
these terms and an empirically determined constant produced a reasonable
estimate of the peak heat release rate in large-scale tests. This correlation
proved to be unable to predict full-scale performance from the results of the
Cone Calorimeter data in this study. Lack of correlation was probably due to
the fact that 35 kW/m? external irradiance data were used and the seat
assemblies that were used were somewhat more resistant to burning than those
investigated in their work.

Several additional correlations were attempted of the heat release rate from
the full-scale tests with either the Cone Calorimeter results or the large-
scale test results. In the discussion that follows, it should be noted that
the Cone Calorimeter and large-scale test represent single seat assembly
values. Only the full-scale test of seat assembly F,/C, spread to the
adjacent seat assemblies. Therefore, in order to compare heat release rate
data from these three test procedures for seat assembly F,/C;, one-third of
the full-scale test values for this seat assembly were used in the correlation
analysis. Figure 60 shows a comparison of the large-scale test results (Table
11) and the full-scale test results (Table 5) with the solid line representing
a linear least squares fit.of all six data points. The data appear to
correlate reasonably well with a calculated correlation coefficient of 0.90.
However, deleting the data point representing test F,/C, from the analysis
results in the linear least squares calculation producing a negative slope for
the correlation line (not shown). This indicates a lack of a physically
meaningful correlation.

A comparison of the Cone Calorimeter 60 s average rate of heat release (Table
20) and the average rate of heat release from the full-scale tests (Table 5),
Figure 61, shows a correlation (solid line) that also appears reasonable with
a correlation coefficient of 0.87 excluding test data from seat assembly
F,/C,. This represents an uncertainty of about a factor of 2. The regression
l'ine has a slope of about 2. Including data from seat assembly F,/C; in the
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linear least squares analysis reduces the correlation coefficient to only 0.6
or a factor of 3 uncertainty, but does not alter the general trend of the
regression line. This indicates that a correlation maybe possible between the
Cone Calorimeter and the full-scale tests for this specific scenario and seat
assembly design.

4.2 MATERIAL EVALUATION

Acceptable end-use material fire performance depends on the tolerance level
for material failure. It is easy to say that materials shall not burn, but
this has to be translated into quantifiable measurements based on material
performance, often somewhat removed from end-use conditions. For any organic
material, thermal conditions can be found that will cause the material to burn
Reasonable questions to ask regarding a material®s suitability for a specific
application are (1) how the material will affect the development of hazardous
fire conditions in a given enclosure and (2) what level of hazard is
acceptable? Two questions need to be considered in this type of evaluation:

e How much thermal energy is needed to ignite the material? :
e How rapidly will the material, once ignited, burn and affect
the time to evacuate the enclosure?

The first question deals with the size of the ignition source needed to cause
material ignition and subsequent flame spread. The second question deals with
the interaction of people with the fire environment in a given enclosure and
the environment which results from the products of combustion.

Tenability criteria are determined by human response to a fire environment.
These criteria are used to determine, in an idealized sense, when one can
reasonably assume that escape from the Ffire environment becomes impossible.
Escape is defined as the ability to vacate an enclosure or to find a safe
haven within the enclosure. These tenability criteria deal with human
response limits to:

e Temperature (convective heat transfer to the body);
e Irradiance (radiant heat transfer to the body);

e Smoke density (impairment of visibility); and

e Smoke toxicity.

Tenability limits are time-integrated functions of the intensity of exposure.
Therefore, no single set of limit values can be defined for incapacitation or
lethality due to temperature, irradiance, and toxicity. It also is assumed
that an occupant"s ability to move about a smoke-filled space controls the
exposure time for the other three parameters. For a detailed discussion of
these tenability limits and the formulas used to calculate these limits, the
reader is directed to the HAZARD | manuals ([38).
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4.2.1 Impact of Ignition Source

Since various ignition sources can be encountered in the day-to-day operation
of a school bus, it is necessary to determine the impact of the strength of
the ignition source on the habitability and egress potential from the bus
interior, excluding the presence of any interior furnishings. This will
provide a basis for the Selection of seat materials based on acceptable fire
performance. ldeally, for a given ignition source strength (i.e., rate of
heat release), material performance should not significantly decrease the
available time for escape as estimated from the ignition source alone. While
the determination of acceptable egress times for a school bus enclosure is
beyond the scope of this report, it must include the physical state of the
occupants, the physical state of the school bus (e.g., upright or overturned),
the availability and accessability of exit paths, and the availability of
external assistance (police, rescue, and fire services personnel).

Using HAZARD | [38], a series of computer simulations, based on the school bus
configuration employed in the full-scale experiments, were performed varying
the strength (i.e., heat release rate) of the ignition source. Heat release
rates were varied from 100 kW, that used in these experiments, to 1000 kW. In
these test cases, it was assumed that approximately 20 seconds was required to
achieve a full-power steady-state heat release rate. In the actual burner
experiments, time to steady-state heat release varied from 30 to 90 seconds.
Most of this variation was due to operator adjustments to the flow control
valve. Figure 62 shows the rate of heat release for four test cases.

Figure 63 shows the resulting upper and lower compartment temperatures for the
same four test cases. |If we assume compartment flashover to be defined as an
upper layer temperature of approximately 600°C [44], then a heat release rate
of about 1000 kW will cause compartment flashover in approximately 400
seconds. The approximations of Thomas {45], however, suggest a value of

1600 kW before the initiation of flashover. The lower compartment temperature
at this time is calculated to be expected to be 110°C, which is a problem in
itself. Table 35 summarizes these results. While the upper layer of the
compartment in every computer simulation developed untenable conditions (for
both incapacitation and lethality), the lower layer first requires a 250 kW
ignition source to became incapacitating and a 1000 kW ignition source to
become lethal. Because of the anticipated human response to the elevated
temperatures in the upper layer (i.e., individuals will drop to the floor when
the upper layer temperature exceeds 50°C), tenability is judged based on
conditions in the lower layer, For the given geometric conditions and doorway
opening, the model in no case predicted the height of the lower layer to be
less than 1 m from the floor. This would provide an escape path of relatively
clean air for occupants leaving an upright burning school bus with an open
door. If the ignition source is greater than 500 kW, the ignition source
controls the rate of fire growth and the development of untenable conditions.
Therefore, the type of seat assembly installed in the school bus does not
markedly affect the time to develop an incapacitating or lethal environment.

Based on the results of the Cone Calorimeter tests, an external irradiance of

35 kW/m? would have ignited all of the tested seat assemblies in less than 10
seconds. How large a source fire would be necessary to produce this incident
irradiance? A technique described by Modak [46] can be used to estimate the
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size of the fire source, Q,, necessary to produce a given external irradiance
on the surface of a seat assembly.

Q, = 4mq'R?/xp (Eq. 9
where oo

s = external irradiance impinging on the target (kW/m?),

R = the radial distance between the center of the fire and the target
material (m), and

xg = the fraction of the total heat released by the source that is
radiation. This value can range from 0.2 for non-luminous clean
burning fuels to 0.45 for soot-producing fuels.

While this equation ignores any contribution of the hot gas layer in the upper
part of a compartment to the total incident irradiance, It can be assumed
that the hot gas layer is not well developed within the first 10 to 20 seconds
of exposure. (A sooty fire, such as from burning gasoline, has a large
radiation component.) Figure 64 shows the required size of the ignition
source as a function of radial distance between the source and_target and xg
for an incident irradiance of 35 kw/m?. For any significant distances

(>0.5 m) between the ignition source and target seat assembly, the total rate
of heat release will be in excess of that necessary to produce untenable
thermal conditions in the lower portion of the compartment and, at a distance

of 1 m, the ignition source strength would have to be such that thermal
conditions in the compartment would approach flashover. Therefore, non-

contact ignitionwill only occur from large fires.

4.2.2 Impact of a Gasoline Pool Fire

Burgess et al. (47) have measured the mass burning rates of liquid pool fires.

Their study has shown that the burning rate is a function of pogl diameter and
reaches a maximum mass burning rate for large 'pools. Included In their

investigation were the burning characteristics of gasoline fuels. The total
heat release rate of a pool fire can be’simply described as

q = my,0H A, (Eq. 10)

where
m,, - the maximum burning rate (g/m?-3) ,
aH, - the heat of combustion (kJ/g), and
A = the surface area of the pool (m?).

For a 1 m* pool of gasoline with a aH, equal to 48 kJ/g and a maximum burning
rate of 45 g/m?-s, the maximum heat release would be approximately 2000 k¥.

The computer simulations of the gas burner discussed in section 4.2.1 provide a
means of assessing the impact of this type of fire on the interior of the bus.
IT all of the heat is released in the bus, this is well in excess of what is
needed to develop untenable conditions in both the upper and lower layers of a
full-size school bus, Fuel-fed fires represent a source of energy that can

negate the advantages of seat assemblies with otherwise excellent fire
performance properties.

39



4.2.3 Tenability

Applying the tenability criteria used in HAZARD I (Table 36) to the full-scale
test data shows that three of the seat assemblies generated an enclosure
environment®"that would have resulted in incapacitation or death to the
occupants of the enclosure within a two to three minute time period (Table 37).
Complete evacuation of the enclosure under these test conditions would need to
have been accomplished within this time period to ensure that occupants would
not be exposed to lethal conditions. With the ignition source used in these
simulations (100 kW), the other three seat assemblies did not develop a
debilitating atmosphere within the enclosure during the duration of the test.
Larger fires would have resulted in the development of untenable conditions in
the enclosure without requiring the involvement of the seat assemblies.

Based on HAZARD | estimates of the impact of the ignition source on
tenability, the incapacitation time in the lower layer of the enclosure for a
500 kW ignition source would be 450 seconds. This ignores any contribution of
radiation and toxic potency associated with the decomposition products. It is
assumed that the CO yield for the ignition source is low and that temperature
is the primary cause of incapacitation or death. The large-scale test results
show that the peak heat release rate of seat assemblies F,/C,, F,/C,, and Fg/C
- these seat assemblies did not produce untenable conditions in the full-scale
tests with a 100 kW ignition source - appear to be approximately 1.5 to 2.5
times the ignition source strength. Assuming that the peak heat release rate
for these seat assemblies was twice the ignition source strength in the full- \
scale tests, an extrapolation to a 500 kW ignition source would result in a

total heat release rate of approximately 1000 kW. This would result in an

escape time of about only 70 seconds.

w

HAZARD | was also used to determine the relative importance of the measures of
the development of untenable conditions. It was observed (Figure 31) that the
fire duration of individual seats fall into two distinct groups: about 300
seconds and 1000 seconds. Thus two generalized heat release rate curves were
used for this portion of the -analysis (Figure 65).

Table 38 lists the minimum Ffire sizes needed to reach specific tenability
limits. The steady heat release rate listed in each line of table 38 is the
smallest value (within 1 kW) that will cause a specific tenability limit to be
exceeded. For example, a 300 second duration fire with a steady heat release
rate of 49 kW will activate the FLUX tenability indicator. This indicator is
not activated at 48 kW. For the seat assemblies evaluated in this report, the
heat of combustion varied from 8 to 21 MJ/kg. The calculations listed in table
38 assume a heat of combustion value of 21 MJ/kg. The effect of different
values of heat of combustion is discussed later. For these computer fire
simulations, the upper layer temperatures and interface heights between the
layers are shown in figures 66 through 69.

Incapacitation due to irradiance are for steady heat release rates of 11 and 49
kW at 1000 and 300 seconds, respectively. At these heat release rates, the
upper layer gas temperatures are only 80°C and 130°C as shown in figures 66 and
68. The irradiance tenability limit is based on exposed skin. This is not an
appropriate measure for school bus occupants who genrally wear some clothing.

40




This clothing will tend to increase the irradiance necessary to cause

untenabile conditions. Further study of the effects of irradiance on clothed
individuals is necessary.

Of the two criteria for incapacitation due to temperature, TEMPL occurs at a
smaller fire size: 323 and 347 kW for the 1000 and 300 secods fires. Thus it
seems that the only appropriate acceptance tenability limit for the hazard due
to temperature. It therefore follows that a fire that reaches 350 kW in the
standard room is about the largest that can be tolerated by people, on a purely
thermal basis.

An indication of the effect of toxic gases can be obtained by calculating an
LC;, of the gases in the standard room and comparing this to the animal
toxicity data. For this comparison to be rigorous, the combustion chemistry
needs to be the same for the room fire and the small-scale toxicity test. It
is believed that this is the case for early fire development in the standard
room.

HAZARD 1 calculates the time exposure Ct value, where C is the material
concentration (mg/? or g/m*) in the upper layer and t is the exposure time
(minutes). IT the exposure is just sufficient to produce lethal results in
half the exposed population, the Ct value can be divided by an exposure time to .
obtain an LC,,. In order to allow for comparison to the small-scale toxicity
test, a 30 minute exposure time is used. Therefore,

- Lct),_
LCsy 30 £

where (CP), 1Is the time-integrated exposure of mass concentration to cause
lethality to 50% of those exposed. However, incapacitation is of more interest
in this application than lethality. It has been suggested (38) that values of
1/3 to 1/2 of the lethal values of (Ct), be used as an incapacitation
indicator. Using 1/3 as a conservative estimate of incapacitation, then the
lethal exposure (Ct), = 3 (Ct),. Substituting this into the above equation
gives

(Eq. 11)

(Ct)

e (Eq. 12)

Calculated values of LC,, are listed In table 39 for heat of combustion values
of 8 MJ/kg and of 21 MJ/kg. The LC;, values are much larger for the smaller
heat of combustion. At a lower heat of combustion, more material must be
burned to produce the same heat release rate. This results in a higher
concentration of lost fuel in the gases in the room. These higher
concentrations increase the calculated values of Ct.

The fires that are of particular interest are the smallest ones for which the
TEMPL limit indicated incapacitation (table 38). These are the 347 kW fire at
300 second duration and the 323 kW fire at 1000 second duration. The
calculated LC,, values for these two fires ranged from about 1 to 7 mg/2. All
of the bus seat materials (table 29), except for melamine-treated polyurethane
foam, had much higher LC,, values. Melamine-treated polyurethane foam had an
LC;, of 10 mg/2.
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While it is extremely unlikely that a bus seat assembly will be developed that
will have an LC,, value near 1 mg/£2, and also unlikely that an assembly will be
developed with a value as low as 7 mg/2, an assembly with a value as low as 7
mg/2 would mean that about the same fire size would result in incapacitation
due to both toxicity and elevated temperature (TEMPl).

4.3  SMALL-SCALE TEST METHODS SUMMARY

Table 40 is a tabulation of the ranking order of performance for the seat
assemblies according to each test procedure. These rankings are compared to
the ranking order of performance iIn the full-scale tests based on the time to
reach untenable conditions in the enclosure. No single test appears to assess
and rank these seat assemblies adequately with respect to end-use tenability
conditions. 1t appears that full-scale testing of multiple seat assemblies may
provide the only means for accurately assessing the fire performance of a seat
assembly design.

5. APPROACHES TO MATERIAL QUALIFICATION PROCEDURES

Seat assemblies used in school buses represent complex structures that are
composed of multiple materials in varying orientations. This complexity is a
result of the need to meet comfort, flammability, and impact protection
requirements, This complexity, however, also increases the difficulty in
assessing the impact of changes in seating design on fire safety. For
example, the introduction of a fire barrier in a seat assembly (F,/C,) greatly
improved the fire performance of the standard seat assembly without
substantially altering the fuel load in the bus enclosure. However, while the
effect of vandalism on fire performance was not investigated in any rigorous
manner, extensive acts of vandalism could be expected to compromise the
effectiveness of the barrier material, as seen iIn the increased rate of heat
release from Cone Calorimeter tests performed on seat assembly F,/C, when this
seat assembly was tested with a clean cut in the cover material.

It is currently within the grasp of fire technology to extrapolate single
compartment test data- from one enclosure size to another enclosure size and to
assess the impact of changes in seat design on escape potential. HAZARD I
provides the computer software implementation to accomplish this translation.
Such an approach would allow for different seat assembly performance
requirements to be applied to buses of varying sizes and to assess fire safety
from one set of test results. However, the use of full-scale testing to
evaluate small changes in seat design can be costly. Manufacturers will have
to develop cost-effective procedures to screen material assemblies prior to
submission for full-scale evaluation.

It should first be noted that the results presented here demonstrate that the
time available to evacuate a school bus is a function of both the strength of
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the external fire source and the fire performance of the seat assembly. It can
be expected that an external fire source that releases energy at the rate of
approximately 500 kW or more of into the bus interior will quickly develop
untenable conditions in the compartment independent of the composition of the
seat assembly. Therefore, simulations should concentrate on safety in the face
of smaller ignition -sources.

5.1 PROCEDURE FOR FULL-SCALE MATERJAL ASSESOMENT

Full-scale compartment svaluations of Finished assemblies have only recently
matured to the point were standard test procedures have been developed. The
state of California has adopted a full-scale compartment test procedure,
California Bulletin 133 (48], for qualifying upholstered furniture for high
risk occupancies in buildings. ASTM has proposed a standard room fire test
procedure for general evaluation of wall and ceiling materials [49]. Both of
these procedures recognize the importance of defining the enclosure and
ventilation conditions to ensure repeatable and relevant results. They take
into account the interaction of the burning itemn(s) with the enclosure and the
hot gases collected in the upper layer of the compartment. They also provide
the data necessary to determine escape potential given a set of tenability
criteria. The use of one of these test procedures, combined with a HAZARD 1
type of analysis, would provide a means for the assessment of relative hazard
of seat assemblies intended for use in school buses.

While California Bulletin 133 defines an ignition source, the ASTM room fire
test does not specify an ignition source for use with seat assemblies. At
this point in time, additional work is necessary to determine the
acceptability of the California Bulletin 133 ignition source or alternatively
to develop a new ignition source consistent with the anticipated end-use
application.

To best use the results of the work reported here, full-scale testing should
be based on full-size bus enclosures of the type used iIn the current work.
The test conditions would use:

e a compartment measuring 2.44 m wide by 2.13 m high by 8.23 m
long;

e three seat assemblies installed in one corner of the
compartment so that the essence of fire growth is captured
(1.e., seat-to-seat, as well as laterally across a seat);

e a gas burner ignition source with a heat release rate of 100
kW applied to the inside edge of the rear most seat
assembly.

Since the time available for evacuation is a critical parameter, measurements
need to be made that allow for the determination of the time to reach
untenable conditions. Furthermore, these measurements need to be sufficient
to allow for an assessment of hazard for other enclosure volumes through the
use of such tools as HAZARD I. Therefore, minimal instrumentation for a full-
scale test would be:
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a load platform;

two thermocouple trees (8 to 10 thermocouples per tree) -

one located in the center of the compartment and one located

in the diagonal corner opposite the three seat assemblies;

e a heat flux meter located on the floor in the center of the
compartment;

e a gas sampling port(s) located near the ceiling (within 150
mm of the ceiling) in the center of the compartment (gas
analysis would have to include CO, O, , O, and any other gas
species assumed to affect material toxic potency);

e instrumented exhaust hood for the determination of heat

release rate and yields of gaseous products of combustion

(temperature, flow, CO, CO,, Q, and any other gas species

assumed to affect material toxic potency).

5.2 UR SC B A MB CCEPTANCE TESTING

Based on full-scale test results, the preceding section defined a full-scale
test procedure for determining the tenability limits associated with a given
bus size. This test procedure was enclosure size dependent. It could not
assure the end-user that a passing seat assembly in a full size bus simulation
like that used in this report would not cause untenable conditions in a bus of
smaller size. Furthermore, the test procedure requires that a specflized test
enclosure be constructed. It is possible, however, to generalize the data
from these tests and develop a full-scale test protocol that would be
applicable to all bus sizes. Tre results of performing test evaluations with a
smaller compartment size would be tenability assessments that were more
conservative than those based on seat assembly tests performed on a full size
bus compartment. In addition, the selection of a standardized compartment
geometry would enable testing laboratories to follow the test protocol without
the need for constructing a specialized compartment for bus seat assembly
evaluations.

The Test Protocol would require the use of full size seat assemblies tested in
a well defined enclosure with a well defined doorway opening and evaluating the
results by computer calculations of tenability limits. The use of computer
fire modeling would further allow for the assessment of the interaction of seat
assembly fire performance and bus size. The test protocol is divided into
three parts:

e enclosure and doorway dimensions and instrumentation;

o Tuel geometry and ignition mode;

s assessment tools.

The compartment. would have the same dimensions and doorway opening as the
standard ASTM Room [49] (i.e., 2.44 m wide by 3.66 long by 2.44 m high). The
instrumentation for the standard ASTM Room fire test would be approximately the
same as that previously listed for the full-scale test procedure described in
section 5.1. Namely:

44




a load platform;

¢ two thermocouple trees (8 to 10 thermocouples per tree) -
one Located in the center of the compartment and one located
In the diagonal corner opposite the seat assemblies;

e a heatflux meter located on the floor in the center of the
compartment;

e a gas sampling port(s) located near the ceiling (within 150
mm OF the ceiling) in the center of the compartment (gas
analysis would have to include CO, C0,, O, and any other gas
species assumed to affect material toxic potency);

e instrumented exhaust hood for the determination of heat

release rate and yields of gaseous products of combustion

(temperature, flow, CO, C0,, O, and any other gas species

assumed to affect material toxic potency).

This test protocol is primarily interested in assessing tenability conditions
and the spread of the fire from the First seat exposed to the ignition source
to adjacent seat assemblies. Therefore, the test protocol can be limited to:

¢ two seat assemblies installed in one corner of the
compartment so that the essence of fire growth is captured
(i.e., seat-to-seat, as well as laterally across a seat);

e a gas burner ignition source with a heat release rate of 100
kW to 300 kW applied to the inside edge of the rear most seat
assembly.

The data from the test procedure would be used to determine thermal and
toxicological impact on bus occupants. The Time-to-Untenable conditions will
be determined for the standard room using TENAB, a program contained in HAZARD
I. HAZARD I could also be used to assess the impact Of seat fire performance
on other bus enclosure sizes.

This testing sequence has three possible outcomes:

e untenable conditions develop in the enclosure (the seat
assembly design could be rejected) ;

e time-to-untenable conditions is greater than the evacuation
time (perform quick-check toxicity test to verify normal
toxicity);

e conditions in the enclosure remain tenable for the duration
of the test (perform quick-check toxicity test to verify
normal toxicity).

For the last two possible outcomes, toxicity testing is necessary to verify

that the materials under evaluation do not produce decomposition gases that
result in the material having an LC,, value of much less than 10 mg/%.
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6. SUMMARY AND CONCLUSIONS

The Ffire assessment of materials suitable for use in the interiors of school
buses needs to be judged -on the basis of the materials™ potential for causing
the development of life-threatening conditions in the event of a deliberate or
accidental fire.

No one simple small-scale test should be used to measure the fire
performance of a material when exposed to an ignition source.

Therefore, consideration must be given to a combination of factors, such
as ease of ignition, flame spread, rate of heat release, generation of
gaseous species, smoke development, and toxicity of the combustion
products. Examination of the results for each of the parameters
considered for the development of hazardous conditions in a school bus
geometry reveals some similarities and some differences depending on the
exposure conditions or the material used.

Ignitability

o Ignition is controlled by the cover material.

0 At 50 kW or below, the ratio of the times-to-ignition for the
standard vinyl/UMTa-type vinyl is 2/1.

. At 75 kW, the times-to-ignition for all the tested composites are
approximately equivalent.

. The ignition sensitivity as defined by the exponent n in 1/4'®

slope (regression slope of ln time-to-ignitionvs. 1n external
irradiance) was comparable for all seat composites. The value of
n was found to be approximately 2.

Flame Spread

. Minimum #rradiance necessary for lateral flame spread (q, ,) was
lowest for the standard foam and standard vinyl combination
(highest flame spread rate).

o Minimum irradiance necessary for latsral flame spread was about
the same for the UMTA-type vinyl covered foams.
. Minimum irradiance necessary for lateral flame spread was highest

for the standard foam covered with the Kevlar-backed vinyl (lowest
flame spread rate).

Rate of Heat Release

’ In the full-scale bus simulation, the standard foam and standard
vinyl combination produced the highest peak and average rates of
heat release (more than an order of magnitude higher than the
others.

o In the furniture calorimeter, the standard foam and standard vinyl
combination also produced the highest heat release rates, although
the spread amongst all the assemblies was not as great.

o As expected, heat release rates increased with increasing external
irradiance in the Cone Calorimeter. Only the composites
containing the standard foam exhibited multiple peaks, the one
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with the standard vinyl being the highest. There was no
distinction amongst the other foams.

Generation of Gaseous Species

0 In the Cone Calorimeter, the C0/CO, ratios were independent of
external irradiance. Overall, the ratios varied no more than by a
factor of four.

o Hydrogen cyanide yields were highest for the standard foam and
standard vinyl in the full-scale bus simulation, while in the Cone
Calorimeter and the toxicity tests, the melamine-treaﬁed foam _
produced the highest HCN yield. On the other hand, the melamine-

treated foam produced the lowest CO yield in the toxicity tests.

Smoke Development

o Little distinction in average specific extinction area could be
made among the six seat assemblies evaluated in the furniture
calorimeter or in the Cone Calorimeter.

o Average soot yields were independent of external irradiance;
however, average soot yields ranged from 0.044 for the standard
foam covered with the Kevlar-backed vinyl to 0.103 for the
neoprene foam covered with the UMTA-type vinyl.

Toxicity

o Of the five foams, the melamine-treated foam had the highest toxic
potency and the neoprene foam had the lowest.

0 The Kevlar-backed vinyl cover had a higher toxic potency than the
other two cover materials, which were similar.

o UMTA-type vinyl had a higher LC,, value than predicted by the N-
Gas model.

HAZARD 1 analysis was used to determine the impact on tenability of
different ignition sources in a large school bus esnclosure.Ilt was found
that for the compartment size used in this study:

o incapacitating conditions developed between 250 kW and 500 kW;
0 lethal conditions developed at about 1000kW,

HAZARD | analysis was also used to determine minimum measurement
requirements. This analysis showed that:

. exposure to temperatures of 65°C or more (TEMPLl) was the most
stringent tenability criteria;

o toxicity would incapacitate people no sooner than would
temperature.

Tenability analysis of the full-scale test data showed that:
. three seat assemblies produced incapacitating conditions (F,/C,,
F,/C,, and F,/C,) in the bus enclosure;

one seat assembly (F,/C,) produced lethal conditions in the bus
enclosure;

three seat assemblies did not produce an incapacitating or lethal
environment in the bus enclosure.
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Full-scale test protocol is outlined that can form the basis for

compliance testing of seat assemblies for use in school buses. This test
protocol is based on seat assembly tests in a standardized room. The
acceptance level is determined by calculating the tenability conditions
in the enclosure and comparing these results to tenability limits. To
ensure that unknowrr toxicants are not producing an unusually toxic
atmosphere in the bus enclosure, it maybe necessary to perform animal
toxicity testing.
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Table 1. Physical Measurements of School Bus Seat Materials

Material Foams Density
Designation kg/m’ 1b/ft3

F, Rebonded PUR 73 4.6

F, Melamine-treated PUR 85 5.3

F, CMHR PUR 49 3.1

F, Polychloroprene 145 9.0

Fy Rebonded FR PUR 90 5.6

Cover Materials ~Areal Density _Thickness

/m? d2 i
g oz/yd mm in

Cy Standard 870 25.6 0.76 0.030

€, Kevlar-backed 830 24.6 1.2 0.047

Cs UMTA-type 770 22.6 1.1 0.043
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Table 2.

Materials Used

in the Construction of the Full-scale Bus Simulation

Thermal

Location Material Thickness Dnncigy Specific Heat Conductivity Emissivity

mm kg/m kJ/kg-K W/m=K
Ceiling Gypsum 12.7 930 1.09 0.17 -—--
and Walls Board
(Substrate)
Ceiling Calcium 12.7 720 1.25 H 200°C 0.118 200°C 0.83
and Walls Silicate 1.33 @ 300°C 0.114 @ 300°C
(Interior 1.55 @ 600°C 0.124 @ 600°C
Finish)
Floor Concrete 102 2280 1.04 1.82 -—--
(Substrate)
Floor Gypsum
(Interior Board 12.7 930 1.09 0.17 ----
Finish)
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Table 3. Location of Instzrumenzation in tho Full-Scale Bus Simulation

Load Cell
Load Platferm 1.22 m by 1.83 m, 0.10 m from floor (SE corner).

Tree 1 = Northeast sorner (0.61m frem the north and east walls)
8 thermocouples; 0.36, 0.76, 1.17, 1.58, 1.88, 2.03, 2.08, 2.13 m from the floor.

Tree 2 = Center of compartment (4.12 m from east wall and 1.22 m from north wall)
8 themmocouples; 0.36, 0.76, 1.17, 1.58, 1.88, 2.03, 2.08, 2.13 m from tho floor.

Treo 3 = Northwort corner (0.61 m f£rom tho north and wost walls)
8 tnermocouples; 0.36, 0.78, 1.17, 1.58, 1.88, 2.03, 2.08, 2.13 m from tho floor.

Tree 4 - Exit Doorway (vertical csnterline)
7 thermocouples; 0.25, 0.41, 1.02, 1.17, '1.32, 1.63 m from tho floor.

Exhaust Hood = 10 thermocouples squally distrzidbuted along tho cross sectional area of the exhaust
hood.

Smoke Meters
Compartment -~ 1 vortical smoke motor (1.22 m from tho north and wort walls),

Compartment ~ 1 horizontal smoke motor (1.52 m from wost wall) 1.98 @ frem floor.
Exhaust hood = 1 smoke motor.

Static Pressure Probes )
Compartament = west wall = 1 probo 0.10 = from tho floor.

Exhaust Hood = 9 probes equally distributed along the cross sectional area of tho exhaust hood.

Gas Probes
Compartment = CO, 002, ¢}

1 probo 0.10 m from ceiling (4.12m fran east wall and 1.22 m fran north wall).
- HCN, HC1l, HBr

1 probe 0.10 = from ceiling (4.12 m fran east wall and 0.91 m fran north wall).

Exhaust Hood - CO, CO,, O,
1 probo centerline of exhaust hood.

Heat FIlux tHabsz

Compartaent - 1totalhoat Zlux motor on north wall (1.07 m fran east wall and 0.46 m frem floor).
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Table 4. [Initial Mass and Percentage Mass Loss for the Three Seat
Configuration Used in the Full-Scale Bus Simulation

Asiiﬁgly Initial Mass® Mass Loss® Fraction®

kg % Fabric Foam
F,/C, 36.0 99 0.25 0.75
F, /C, 34.6 2 0.23 0.77
F,/C4 29.6 15 0.20 0.80
F,/Cq 37.7 10 0.30 0.70
F,/Cs 49.1 1 0.13 0.87
F /C, 51.8 1 0.19 0.81

2 Includes cover, foam, and plywood.
® Excludes the mass of wood used in seat bottom and seat back.
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Table 5. Peak Heat Release Rate, Time to Peak Heat Release Rate,
and 60 s Average about the Peak Heat Release Rate for
Seat Assemblies in the Full-scale Bus Simulation

Seat Time of

Assembly Peak HRR? Average HRR® Peak HRR
kW kW S
F,/C 3045 2780 % 200 380
F,/C; 105 95+ 8 290
F,/Cq 255 190 + 45 140
Fy/Cy 205 170 £ 30 200
F,/Cs 105 85 + 15 470
F5/Cy 125 85 + 20 120

3 Heat Release Rate.
® 60 second average about the peak HRR
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Table 6. Height of the Interface above the Floor at the
Time of Maximum Upper Layer Temperature in Simulated Bus

Seat at Maximum Upper lLaver Temperature
Assembly Height Time Upper Layer Lower Layer
m s "C "C
F,/C, 0.22 337 668 133
F,/C, 1.20 267 136 36
F,/Cq 1.19 107 183 37
F,/C, 1.18 147 173 37
F,/Cy 1.20 467 141 37
/Cy 1.22 77 138 30

Table 7. Height of the Interface Above the Floor at the
Time of Minimum Interface Location in Simulated Bus

Seat at Minimum Interface
Assembly Height Time Upper Layer Lower Layer
m s "C "C
F,/C, 0.19 477 546 229
F,/C, 1.18 417 133 37
F,/C, 0.80 827 64 30
F,/C, 0.81 777 44 28
F,/C, 0.84 687 42 29
Fy/Cy 1.20 277 127 33
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Table 8. Summary of Mass Loss Rates During Peak Heat Release Rate
and Peak Mass Loss in Simulated Bus

Seat at Peak HRR at Peak Mass Loss

Assembly Time m, Time m,
s g/s s g/s

F, /Cy 377 102 307 158
F,/C, 287 2 337 11
F,/Cy 137 6 97 17
Fy/C4 197 5 137 14
F,/C, 467 4 487 14
Fs/Cy 117 1 397 11
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Table 9. Gas Concentrations During Peak Heat Release Rate
in the Simulated Bus Compartment

Time
Seat to Peak Gas _Concentrations

Assembly HRR® co, co 0z HC1® HCN® . HBr
s $  ppm % ppm ppm ppm

F, /¢ 377 12.6 14000 5.6 1720 700 ND4
F,/C, 287 1.1 30 19.0 80 5 ND4
F,/Cs 137 2.1 2900 17.7 155 70 ND¢
F3/C, 197 1.5 2600 17.9 120 10 20
F,/C, 467 1.1 20 19.0 75 ND® ND¢
F,/C, 117 1.3 1000 18.6 80 ND® NDd

o A 0O U @

Heat Release Rate.

Values of impinger bottle around the time of peak HRR.
Interpolated values.

Not detected, < 0.1 ppm.

Not detected, < 1.0 ppb.

61



Table 10 Gas Yields of CO, CO, HCN, HCl, and HBr

in

Bus Simulation

Seat Gas Yields (kg/kg)

Assembly co CO, HCN HCL HBr
x 1073 x 1072 1072

F,/C, 0.10 1.9 8.3 0.18 b
F,/C, 0.04 2.5 2.2 5.2 .-p
F,/Cs 0.08 1.9 2.9 1.4 -P
F3/Cq 0.11 2.0 1.8 2.5 1.3
F,/Cs 0.10 3.0 ..a 3.1 ..P
Fs/C, 0.17 2.9 0.16 2.4 ..P

2 Not detected, < 1.0 ppb.
> Not detected, < 0.1 ppm.
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Table 11. Average and Peak Heat Release Rates for Seat Assemblies
Tested

in the Furniture Calorimeter

Seat Average Heat Release Rate (kW)

Assembly 50 kW Line Burner 50 kW Box Burner 100 kW Box Burner
F, /C, 330 + 100°P 330 + 20 ---C
F,/C,? 80 = 20 80 + 20 130 * 20
F,/C, 200 £ 70 50 £ 20 ---C
F,/C,? 80 + 30 45 = 25 140 = 10
F,/Cs? 60 + 35 60 = 25 165 £ 25
Fs/C,2 70 £ 10 35 £ 20 200 + 25

Seat Peak Heat Release Rate (kW)

Assembly 50 kW Line Burner 50 kW Box Burner 100 kW Box Burner
F, /¢ 505 575 ---c
F,/Cy* 110 110 165
F,/Cq 330 100 -.ac
F,/Cy® 125 80 150
F,/Cy? 115 95 210
Fs/Cy% 85 75 245

Values determined during ignition burner exposure (not corrected for the
heat release rate of the ignition burner).

Represents + one standard deviation.
Not tested under this condition.
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Table 12. Average and Peak Irradiance (kW/m?) of a Target Exposed to
Seat Assemblies Tested in the Furniture Calorimeter

Seat kL 30 kW Box Burner 100 kW Box Burner
Assembly Average Peak Average Peak Average Peak
F,/C, 9.3% 2.3 12.8 7.7 0.8 18.4 --a --a
F,/C, 1.4+ 0.1 1.6 0.5+ 0.1 0.6 1.2+ 0.1 1.3
F,/C, 26+ 1.0 4.3 1.0£ 0.1 1.1 --a --a
F,/Cy 1.8+ 0.3 2.4 0.7 £0.1 0.9 1.8* 0.2 2.0
F,/Cy 1.6+ 0.2 1.7 0.5+ 0.1 0.7 1.5+ 0.3 2.0
Fs/Cy 2.0 £ 0.2 2.3 0.5+ 0.1 0.9 1.6 £ 0.3 2.0

a Not tested under this condition.

Table 13. 1Initial ‘Weight and Total Mass Consumed for Seat Assemblies
Tested in the Furniture Calorimeter

Seat Total Mass Consumed (kg)

Assembly Initial Weight Line Burner Box Burner
kg 50 kW 50 kW 100 kW
F,/C, 11.8 11.34 10.39 -.a
F,/C, 11.8 0.16 0.13 0.12
F,/C, 9.6 4.53 3.40 --2
F,/C,4 12.7 0.33 0.13 0.48
F,/C, 15.9 0.22 0.03 0.13
Fq/C, 17.0 0.26 0.08 0.36

a) Not tested under this condition.
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Table 14. Average and Peak Mass Loss Rates for Seat Assemblies

Tested in the Furniture Calorimeter

Seat Average Mass loss Rate (g/s)

Assembly 50 kW Line Burner 50 kW Box Burner 100 kW Box Burner
F,/C, 19.0 £ 4.9° 15.9+ 1.6 ---C
F,/C,? 1.0% 0.3 0.6 £ 0.3 0.4 0.3
F,/Cq 10.5 * 3.4 2.8+ 0.9 ---¢
F,/C,? 1.9 £ 0.6 0.7% 0.7 0.6 £ 0.4
F,/Cy* 2.0 £ 0.6 0.1 0.02 1.5 £ 0.2
Fy/Cy? 1.6 £ 0.5 0.6+ 0.3 2.3 £0.5

Seat Peak Mass | oss Rate (g/s)

Assembly 50 kW Line Burner 50 kW Box Burner 100 kW Box Burner
F,/C, 25.7 28.0 --=C
F,/C,? 1.3 0.9 1.2
F,/C, 14.6 4.2 ---
F,/C,? 2.6 1.8 1.0
F,/Cs? 2.5 0.4 1.8
F /C,? 2.1 1.0 2.9

* values determined during ignition burner exposure.
b Represents + one standard deviation.
¢ Not tested under this condition.
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Table 16. Average Specific Extinction Area for Seat Assemblies
Tested in the Furniture Calorimeter

Seat Average Specific Extinction Area (m?/kg)
Assembly
50 kW Line Burner 50 kW Box Burner 100 kW Box Burner

F,/C, 320 £ 50 290 + 60 —

F,/C, 300 * 280 190 * 110 290 £ 90
F,/Cq 310 £ 80 410 * 130 .e-a

F,/Cq 400 t 480 520 = 270 ---b

F,/C, 260 * 180 240 £ 190 320 *+ 160
Fs/Cqy 390 £ 230 450 £ 230 290 £ 230

Not tested under this condition.
Erratic results.
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Table 18. Determination of Regression Slope of Time-to-lIgnition
vs. External Irradiance for Seat Composites
Tested in the Cone Calorimeter

Composite Regression

Designation Slope
F,/C, -1.72
F,/C, -1.79
F,/C, (eut) -1.71
F,/C, -1.99
F,/C, -2.03
F,/C, -2.05
F,/C, -1.96

* sample surface had a diagonal cut through the cover fabric. Foam was not
visibly exposed to the external irradiance.
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Summary of Mass Loss Rate and Effective Heat of Combusti n

of Seat Composites Tested in the Cone Calorimeter

Table 21.
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13.6 £ 0.8

16.1 £ 0.3
19.3 £ 1.0

13.0 £ 1.1

19.3 £ 0.6
19.1 £ 0.5

19.5 £ 0.4

35
50
75

Fy/Cy

16.7 £ 0.3
23.0 1.2

16.3 + 0.8
21.4 £ 0.6

22.7 + 0.6

8.7 6.1

11.7

6.0

19.4
20.0 £ 0.1

35
50
75

FliCy

8.0+0.1
12.2 £ 0.5

12.8 £ 0.6 9.0+£0.5
11.5 £ 0.4

8.1x20.2
10.7 £ 0.7

15.4 £ 0.2

20.1 + 0.8
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35°
508
758

F,/C; (cut)

17.2 £ 0.6
21.6 £ 0.6

28.4 £ 0.3

11.1 £ 0.3
13.4 £ 0.6

15.8 £ 0.7

17.3 £ 0.1
16.2 + 0.3

35
50

FylCy
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16.0 £ 0.4

75

15.1 2 0.1
19.8 £ 0.4
25.5 £ 0.6

10.8 £ 0.6
11.7 £ 0.7
13.4 £ 0.3

13.3 1.0
13.8 £ 0.4

11.0 £ 0.4

35
50

Fy/C3

75

10.1 £ 0.6
12.4 2 0.1
4.4 2 1.1

9.920.5
10.8 £ 0.3

8.9+0.3
8.0+ 0.3
7.9+£0.1

35
50
75

FulCy

12.1 £ 0.4

14.2 £+ 0.8
17.52 0.3

21.7 £ 0.4

6.9%0.3
7.6 £ 0.1
9.7 0.3

13.6 £ 0.2
14.8 £ 0.7

35
50

75

F5iCy

151+ 0.1

a Single sample tested.



Table 22. Sdmmary of Total Heat Release and Mass Loss
in the Cone Calorimeter

External _lrradiance

Composite 35 kW/m? 50 kW/m? 75 kW/m?
Designation THR*  Mass Loss THR Mass Loss THR  Mass Loss
MJ /m? kg/m? MJ /m? kg/m? MJ/m? kg/m?

From Ignition to Peak Heat Release Rate

F,/C, 63 3.9 70 4.3 80 4.5
F,/C, 48 3.0 59 3.4 69 3.9
F,/C, (cut) 51 2.9 54 3.0 62 3.4
F,/C, 3 0.3 3 0.3 4 0.3
F,/C, 2 0.3 3 0.3 3 0.2
F,/Cqy 2 0.2 3 0.2 2 0.1
Fs/Cq 3 0.3 3 0.2 4 0.2
From Ignition to the End of Combustion
F,/C, 102 5.3 103 5.4 112 5.7
F,/C, 91 4.7 103 5.1 112 5.6
F,/C, (cut) 106 4.9 103 5.0 107 5.2
F,/C, 75 4.3 73 4.9 71 4.5
F,/C, 35 3.2 64 4.8 67 4.8
F,/Cs 8 0.9 9 1.2 12 1.5
Fs/Cy 57 4.2 72 4.9 75 5.0

2 Total Heat Released.
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Table 25. Material Thermal Properties of Seat Composites
Based on Time-to-Ignition and External Irradiance
Tested in the LIFT Apparatus

Minimum
Composite Ignition Surface Thermal = Heat Transfer Ignition
Designation Energy Temperature Inertia Coefficient Parameter
q o,ig Tis kpc h. b
kW/m? °C (&kW/m? -K)?s W/m? -K s° ¥
F,/C, 9.0 284 0.188 34.1 0.089
F,/C, 13.0 . 349 0.690 39.5 0.054
F,/Cq 3.0 139 0.482 25.2 0.041
F,/C, 3.0 139 0,706 25.2 0.034
F,/Cs 3.0 139 0.569 25.2 0.038
Fs/C, 3.0 139 0.530 25.2 0.039
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Table 26. Material Flame Spread Properties for Seat Composites
Tested in the LIFT Apparatus

Minimum
Composite External Irradiance Flame Spread Flame Beating Minimum
Designation For Flame Spread Correlation Factor Parameter Temperature
-0,s C ? Flame Spread
KW /m? @? %)/ W m¥) kW2 /m3 c
Fy/Cy 0.64 0.123 10.67 38
F/C; 7.04 0.165 16.20 198
Fy/Cy 1.97 0.095 84.38 99
F3/Cq 1.88 0.849 1.54 86
FuiCq 2.06 0.498 3.61 102
Fg/Cy 2.12 0.634 2.07 104
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Table 29. Predicted, Approximate, and Determined LC,, Values

Material Predicted? LC, , Approximate® LC,, Determined" LC, ,
Designation mg /2 mg/ 2 mg/2

WEd WE + pg? WE WE + PE WE WE + PE
F, 40 40 >45 >45 NDf ND
F, 10 8 10 10 ND ND
F, 26-30 21-24 30-40 21-30 ND ND
F, 76-88 65-80" 80-85 80-85 ND ND
F, 26-37 22-29 33 33 ND ND
Cy 61-67 56-61 56 56 ND ND
C, 24-26 19-21 25 25 ND ND
Cy 100- 140 60-100 60 <60 65 35

(62-68)%8 (30-40)8

® rn © A a

Predicted LC,, values from N-Gas values of analytical experiments without
animals.

Approximate LC,, values from animal experiments conducted at predicted LC,,
values.

Determined LC,, values from statistical analysis of animal tests [33].
Within-exposure.

Within- + post-exposure.

Not determined.

95 percent confidence limits.
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Table 30. Gas Yields of CO, CO,, HCN, HCl, and HBr
in the NBS Toxicity Test Method
Material Gas Yields (ke/kg)

Designation co O, . l]-_lgN3 . :1813 ?gfi’
F, 0.04 2.0 2.1 TTa -.a
F, 0.03 2.0 21 --2 --2
F, 0.19 1.1 5.0 2.0 7.2
F, 0.09 1.4 1.6 1.8 --a
F, 0.11 1.5 6.5 0.78 --2
C, 0.12 1.6 0.07 11 --2
C, 0.19 1.5 5.9 21 --a
Cy 0.09 1.0 0.21 22 --a

2 Not detected.
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Table 34. Determination of an Effective LC,,(m) for Each Seat Assembly

Composite Fraction LG5, Effective
Designation Fabric Foam Fabric Foam LCs, (m)
F,/C 0.25 0.75 56 >45 48
F,/C, 0.23 0.77 25 >45 40
F,/Cs ©0.20 0.80 65 10 22
Fy/Cq 0.30 0.70 65 30 40
F,/Cq 0.13 0.87 65 80 78
Fs/Cy 0.19 0.81 65 33 39
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Table 35. Upper and Lewez Canpartmont Temperatures for Several Ignition Sources
as Calculated by the HAZARD | Method for an Exposure Fire of 500 s in Duration

Time to Maximum Tampezaturse
Strength of Upper Layer Lower Layer lncaoacitatiog Lethality at 500 s
Ignition Source Time to 800°C  Tampezaturs Upper  Lower Upper  Lower Upper Lower
kW S 'C s S S s 'C 'C
100 ---a --- <5 .- <5 - 158 35
250 ---8 --- <5 500 <5 - 1310 60
500 ---2 --- <<5 450 <<$ - 350 60
1000 400 110 <<§ 70 <<5 240 615 125

2 Did not reach §06°C,

Table 36. Results for Tenability Criteria from Full-Scale Tests

Seat Time to Incaoacitation (s) Time to Death (s)
Assembly Temperature Irradiance FED® Temperature Irradiance rEp?
b
--- 427
il bl il Ty e - 27
Fy/C2 117 ---b ---b 117 ---2 ---b
Fo/ce 147 ---b ---b 147 ---b ---b
Fe _..b _..b _..b ...b ...b __.b
4’73 b b b _..b __.b __b
Fg/Cq --- = ===

2 Fractional Effective Dose.
Did not exceed tonability Limits.
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Table 37. Tenability?

Limits Used in HAZARD |

Symbol used Incapacitation Lethal
Cause in HazarD | Level Level
Temperature (from HAZARD Beta TEMPL 65°C 100°C
test)
Temperature (FED® due to TEMP2 1 NA®
convective heat)
Heat Flux (irradiance) FLUX Nv NA
Toxic Gases (FED due to CO, FEDL 0.5 1
C0, , HON, & O, from HAZARD
Beta test)
Toxic Gases (FED-Purser®s model FED2 1 NA
due to CO, @O, , HCN, & O,)
Toxic Gases (Concentration- CT 450 g-min/m® 900 g-
nin/m?

Time product)

Fractional Effective Dose.
Not Applicable.

s 0 O

depends on exposure history.

Default tenability limits from reference [2].

87
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Table 38. iinimum Fire to Reach Specific Tenability Limits®

Fire Steady Heat

Duration Release Rate Incapacitation Lethality
(s) © (kW) due to: due to:
300 49 HUX -
300 347 TEMPL -
300 568 TEMP2 -
300 568 - TEMPI

1000 11 ALUX -

1000 323 TEMP1

1000 548 TEMPI

1000 560 TEMP2

a) Calculations were made with the heat of combustion of 21 MJ/kg.

Table 39. Estimated LC,, of Combustion Gases that Would Cause Incapacitation

Heat of Combustion Heat of Combustion
of 21 MJ/kg of 8 MJI/kg
Fire Peak Heat LC,, 1o Reach LC,, to Reach
Duration Release Rate ced Incapacitation® ct Incapacitation
(s) (kW) g-min/2 g/4 g-min/2 g/4
300 49 3 0.3 6 0.6
300 347 10 1 30 3
300 568 20 2 50 5
1000 11 2 0.2 5 0.5
1000 323 30 3 70 7
1000 548 50 5 100 10
1000 560 60 6 200 20

a) The concentration-time integrals, Ct, were calculated by HAZARD 1.
b) This is 1/3 of the Lethal LC,, .

dd




Table 40. Fire Performance Ranking® of Materials Based on Results of

Small- and Large-Scale Tests and Tenability Ranking
Based on Full-scale Test Results

Composite Cone NBS Toxicity Large- Full-
Designation Calorimeter® LIFT® Test Method" Scale® Scale®
Peak HRRS 9, s LCso® Peak HRR®  Tenability"
F,/C, 4 6 2/2¢ 6 4
F, /C, 1 1 2/3 2 1
F,/Cs 3 4 5/1 51 2
F,/C, 2 5 3/1 1 3
F,/C, 2 3 /1 3 1
F5/C, 2 2 4/1 4 1

P DR MO Q0 T

Best performance represented by 1.
Rank order based on total of 6 samples.
Rank order based on total of 8 samples.

Peak heat release rate at 35 kW/m? external irradiance.

Based on within exposure LC,,.
Represents rank order of foam/cover.
Peak heat release rate at 100 kW exposure.

Based on full scale test results for first parameter to become untenable.

Extrapolated from 50 kW results.
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Figure 1. Photograph showing location of the three test
seat assemblies and ignition burner
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_ 1/ EXHAUST
/- J‘ | BLOWER
SMOKE METER
THERMOCOUPLE ] |  GAS SAMPLE CHEMICAL H,0 TRAP
PRESSURE i —
PROBE PUMP
PARTICULATE FILTER
PRESSURE LCODTRAP — | R AMALYZR
TRANSDUCER iv o
00, ANALYZER .
o0 CO ANALYZER
| PRESSURE
* /' REGULATOR
SPECIMEN DUMP
=
RADIOMETER
- |
LOAD PLATFORM DATA LOGGER

Figure 3. Furniture calorimeter, schematic of flow and instrumentation
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Laser extinction beam including
: temperature measurement

Temperature and differential
pressure measurements taken here

Soot sample tube location

S 7
Exhaust «C"‘
blower C Exhaust
- hood
= st
] Gas samples & "= Cone heater
_ _ taken here 4
soot collection filter L - - Spark
Controlled A\ i %iter
flow rate 9
Sample
Load cell

Vertical orientation

Figure 4. Schematic representation of cone calorimeter
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Appendix A

FMVSS No.302 Testing of Six Seat Assemblies
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Report of Test

FMVSS No. 302 Tests of Selected School Bus Seat Assemblies

by‘

Richard Harris

1. Introduction

Federal Motor Vehicle Safety Standard (FMVSS) No. 302 applies to all polymeric
(i.e., non metallic) components used on the interior of passenger cars,
multipurpose passenger vehicles, trucks, and buses. Seat assemblies must meet
the requirements of FMVSS No. 302 before they can be used as school bus seats.
The basic requirement of FMVSS No. 302 is that a horizontally mounted sample
of material not propagate a flame faster than 4 inches per minute.

Eight seat assembly components (three cover fabrics and 5 foams) are listed in
table 1. These were combined into six seat assemblies evaluated in this test
method. These seat assemblies are listed in table 2. The composite seat
assemblies were tested in FMVSS No. 302

11, Test Procedure

Sampler were conditioned prior to testing at a relative humidity of 54 percent
and at a temperature of 22°C (71°F).

Test samples were cut to a size of 356 mm by 102 nm (14 in by 4 in). Overall
test sample thickness is limited to 12.7 mm (0.5 Win). The foam cushions were
cut to a nominal 12_.7mm (0.5 in) thickness. The test sample was assembled in
the sample holder by placing the cover fabric and foam such that the exposed
surface of the cover fabric faced downward with the foam material on top of
the fabric. The exposed surface was 343 mm by 5lmm (13.5 in by 2 in).

The test sample was then exposed horizontally, for 15 s to a 38 mm (1.5 in)
natural gas diffusion flame. The flame was applied to the fabric surface at
one end of the sample. After the flame was removed, the time for the flame to
spread to 254 mm (10 in) was recorded.

III. Results
None of the composites tested would support a flame after the burner was

removed. Therefore, no flame spread rate was recorded. All seat assemblies
met the requirments of FMVSS No. 302
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Table 1.

Physical Measurements of School Bus Seat Materials

Material Foams Density
Designation kg,/m’ 1b/ft?
F, Rebonded PUR 73 4.6
F, Melamine-treated PUR 85 5.3
F, CMHR PUR 49 3.1
F, Polychloroprene 145 9.0
Fy Rebonded AR PUR 90 5.6
Cover Materials Areal Density [hickness
g/m oz/yd? mm in
Cy Standard 870 25.6 0.76 0.030
C, Kevlar -backed 830 24.6 1.2 0.047
C, UMTA-type 770 22.6 1.1 0.043
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Table 2. Cover Fabric and Foam Combinations, Fraction

and Initial Mass for a Single Seat Assembly

Seat
Assembly Initial Mass?® Fraction®

kg Fabric Foam
F, /C, 12.0 0.25 0.75
F, /C, 11.5 0.23 0.77
F,/Cy 9.9 0.20 0.80
F, /C, 12.6 0.30 0.70
F,/Cy 16.4 0.13 0.87
F, /Cy 17.3 0.19 0.81

2 Includes cover, foam, and plywood.

b Excludes the mass of wood used in seat bottom and seat back.
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